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DocusSign Envelope ID: CLAAE87D-7C37-40B2-B732-E5A451A2739A N
STATE STATE PROJECT REFERENCE NO. SHEST ey

STATE OF NORTH CAROLINA N.C. |-4729A L9

DEPARTMENT OF TRANSPORTATION

DIVISION OF HIGHWAYS
CONTENTS GEOTECHNICAL ENGINEERING UNIT THE SUBSURFACE INFORMASﬁNIDJTZE‘Is'gsLINR;ACﬁ\g:AITgﬁ WHICH IT IS BASED WERE

w w PURPOSES. THE VARIOUS FIELD BORING LOGS, ROCK CORES AND SOIL TEST DATA AVAILABLE MAY

1 TITLE SHEET BE REVIEWED OR INSPECTED IN RALEIGH BY CONTACTING THE N.C.DEPARTMENT OF TRANSPORTATION,
GEOTECHNICAL ENGINEERING UNIT AT (919) 707-6850. THE SUBSURFACE PLANS AND REPORTS, FIELD
2 LEGEND (SOIL & ROCK) BORING LOGS, ROCK CORES AND SOIL TEST DATA ARE NOT PART OF THE CONTRACT.

3 SITE PLAN GENERAL SOIL AND ROCK STRATA DESCRIPTIONS AND INDICATED BOUNDARIES ARE BASED ON A

4-5 CROSS SECTIONS GEOTECHNICAL INTERPRETATION OF ALL AVAILABLE SUBSURFACE DATA AND MAY NOT NECESSARILY
REFLECT THE ACTUAL SUBSURFACE CONDITIONS BETWEEN BORINGS OR BETWEEN SAMPLED STRATA
6-7 BORE LOGS WITHIN THE BOREHOLE. THE LABORATORY SAMPLE DATA AND THE IN SITU (N-PLACE) TEST DATA

CAN BE RELIED ON ONLY TO THE DEGREE OF RELIABILITY INHERENT IN THE STANDARD TEST METHOD.

8 SOIL TEST RESULTS THE OBSERVED WATER LEVELS OR SOIL MOISTURE CONDITIONS INDICATED IN THE SUBSURFACE
9 SITE PHOTOGRAPHS INVESTIGATIONS ARE AS RECORDED AT THE TIME OF THE INVESTIGATION. THESE WATER LEVELS OR
PO L K SOIL MOISTURE CONDITIONS MAY VARY CONSIDERABLY WITH TIME ACCORDING TO CLIMATIC CONDITIONS
COUNTY INCLUDING TEMPERATURES, PRECIPITATION AND WIND, AS WELL AS OTHER NON-CLIMATIC FACTORS.

—_ C C c Cl
PROJECT DESCRIPTION REALIGNMENT OF 1-26 AND £ S0, 9, OB MO T ST B e S P e

US 74 INTERCHANGE NORTH OF NC 108 DESIGH INFORMATION ON THS PROJECT. THE DEPARTWENT DOES NOT WARRANT OR CUARANTEE THE
SUFFICIENCY OR ACCURACY OF THE INVESTIGATION MADE, NOR THE INTERPRETATIONS MADE, OR
OPINION OF THE DEPARTMENT AS TO THE TYPE OF MATERIALS AND CONDITIONS TO BE ENCOUNTERED.
THE BIDDER OR CONTRACTOR IS CAUTIONED TO MAKE SUCH INDEPENDENT SUBSURFACE INVESTIGATIONS
AS HE DEEMS NECESSARY TO SATISFY HIMSELF AS TO CONDITIONS TO BE ENCOUNTERED ON THE

PROJECT. THE CONTRACTOR SHALL HAVE NO CLAIM FOR ADDITIONAL COMPENSATION OR FOR AN
SITE DESCRIPTION BRIDGE OVER RAMP EXTENSION OF TIME FOR ANY REITQLSON RESULTIIIJG FROM THE ACTU;L CONDITIONS ENCOUNTERED AT
THE SITE DIFFERING FROM THOSE INDICATED IN THE SUBSURFACE INFORMATION.
Ss

(=<E_CONN_REV-) ON RAMP (-RP_E-) BETWEEN I-26 Vot
I THE INFORMATION CONTAINED HEREIN IS NOT IMPLIED OR GUARANTEED BY THE N.C. DEPARTMENT

AND US 74 OF TRANSPORTATION AS ACCURATE NOR IS IT CONSIDERED PART OF THE PLANS, SPECIFICATIONS
OR CONTRACT FOR THE PROJECT.

2. BY HAVING REQUESTED THIS INFORMATION, THE CONTRACTOR SPECIFICALLY WAIVES ANY CLAIMS
FOR INCREASED COMPENSATION OR EXTENSION OF TIME BASED ON DIFFERENCES BETWEEN THE
CONDITIONS INDICATED HEREIN AND THE ACTUAL CONDITIONS AT THE PROJECT SITE.
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DocusSign Envelope ID: CIAAE87D-7C37-40B2-B732-E5A451A2739A

PROJECT REFERENCE NO. SHEET NO.
SOIL AND ROCK LEGEND, TERMS, SYMBOLS, AND ABBREVIATIONS
SOIL DESCRIPTION GRADATION ROCK DESCRIPTION TERMS AND DEFINITIONS
SOIL IS CONSIDERED UNCONSOLIDATED, SEMI-CONSOLIDATED, OR WEATHERED EARTH MATERIALS THAT CAN WELL GRADED - INDICATES A GOOD REPRESENTATION OF PARTICLE SIZES FROM FINE TO COARSE. HARD ROCK IS NON-COASTAL PLAIN MATERIAL THAT WOULD YIELD SPT REFUSAL IF TESTED. AN INFERRED ALLUVIUM (ALLUV.) - SOILS THAT HAVE BEEN TRANSPORTED BY WATER.
BE PENETRATED WITH A CONTINUOUS FLIGHT POWER AUGER AND YIELD LESS THAN 108 BLOWS PER FOOT UNIFORMLY GRADED - INDICATES THAT SOIL PARTICLES ARE ALL APPROXIMATELY THE SAME Size. | ROCK LINE INDICATES THE LEVEL AT WHICH NON-COASTAL PLAIN MATERIAL WOULD YIELD SPT REFUSAL. ALLUVUR TALLOV)
e SPT REFUSAL IS PENETRATION BY A SPLIT SPOON SAMPLER EQUAL TO OR LESS THAN @.1 FOOT PER 6@ AOUIFER - A WATER BEARING FORMATION OR STRATA.
ACCORDING TO THE STANDARD PENETRATION TEST (AASHTO T 206, ASTM DI586). SOIL CLASSIFICATION GAP-GRADED - INDICATES & MIXTURE OF UNIFORM PARTICLE SIZES OF TWO OR MORE SIZES. SPT REFUSAL 18 PENETRATION BY A SPLIT SPOON SAMPLER EOUAL TO OR LESS THAN 8. FOOT Pef AQUIFER
IS BASED ON THE AASHTO SYSTEM. BASIC DESCRIPTIONS GENERALLY INCLUDE THE FOLLOWING: —— . ARENACEQUS - APPLIED TO ROCKS THAT HAVE BEEN DERIVED FROM SAND OR THAT CONTAIN SAND.
CONSISTENCY, COLOR, TEXTURE, MOISTURE, AASHTO CLASSIFICATION, AND OTHER PERTINENT FACTORS SUCH ANGULARITY OF GRAINS REPRESENTED BY A ZONE OF WEATHERED ROCK. —_—
AS MINERALOGICAL COMPOSITION, ANGULARITY, STRUCTURE, PLASTICITY, ETC. FOR EXAMPLE, T ANGULARITY OR FOUNDNESS OF SOIL GRAINS 1S DESIGNATED BY THE TERWS ROCK MATERIALS ARE TYPICALLY DIVIDED AS FOLLOWS: ARGILLACEQUS - APPLIED TO ALL ROCKS OR SUBSTANCES COMPOSED OF CLAY MINERALS, OR HAVING
VERY STIFF.GRAY.SILTY CLAY.MOIST WITH INTERBEDDED FINE SAND LAYERS,HIGHLY PLASTIC.A~7-6 ANGUL AR, SUBANGUL A, SUBROUNDED. Onf ROUNDED. * WEATHERED W NON-COPSTAL PLAIN MATERIAL THAT WOULD YIELD SPT N VALUES > A NOTABLE PROPORTION OF CLAY IN THEIR COMPOSITION, SUCH AS SHALE, SLATE, ETC.
SOIL LEGEND AND AASHTO CLASSIFICATION ——————————— ROCK (WR) 190 BLOWS PER FOOT IF TESTED. ARTESIAN - GROUND WATER THAT IS UNDER SUFFICIENT PRESSURE TO RISE ABOVE THE LEVEL AT
GENERAL GRANULAR MATERIALS SILT-CLAY MATERIALS RCANC MTERLS MINERAL OGICAL COMPOSITION p— FINE 70 COARSE GRAIN TONEGUS AND METAVORPHIC ROCK THAT WHICH IT IS ENCOUNTERED, BUT WHICH DOES NOT NECESSARILY RISE TO OR ABOVE THE GROUND
cLAss. 1< 357 PASSING *2001 (> 357 PASSING *2001 MINERAL NAMES SUCH AS OUARTZ, FELDSPAR, MICA, TALC, KAOLIN, ETC. ook (R WOULD YIELD SPT REFUSAL IF TESTED. ROCK TYPE INCLUDES GRANITE, SURFACE.
P el =2 = ot [ a5 [ | o7 ARE USED IN DESCRIPTIONS WHEN THEY ARE CONSIDERED OF SIGNIFICANCE. Eﬁsi.ocgggzgé SE:LS;L. ag.a e CALCAREQUS (CALC) - SOILS THAT CONTAIN APPRECIABLE AMOUNTS OF CALCIUM CARBONATE.
CLASS.  [A-l-a [ A-lb e COMPRESSIBILITY NON-CRYSTALLINE SEDIMENTARY ROCK THAT WOULD YEILD SPT REFUSAL IF TESTED. COLLUVIUM - ROCK FRAGMENTS MIXED WITH SOIL DEPOSITED BY GRAVITY ON SLOPE OR AT BOTTOM
ROCK (NCR)
SvBoL  ocodooosd it SLIGHTLY COMPRESSIBLE LL <31 = ROCK TYPE INCLUDES PHYLLITE, SLATE, SANDSTONE, ETC. S OF SLOPE.
Bogodosoodissss MODERATELY COMPRESSIBLE LL = 31-50 COASTAL PLAIN COASTAL PLAIN SEDIMENTS CEMENTED INTO ROCK, BUT MAY YIEL
] RE_RECOVERY (REC.) - TOTA TH OF ALL MATERIAL RECOVERED IN THE CORE BARREL DIVIDED
L PASSIG I — HIGHLY COMPRESSIBLE LL > 50 SEDIMENTARY ROCK | 1 SPT REFUSAL. ROCK TYPE INCLUDES LIMESTONE, SANDSTONE, CEMENTED ge 501550551" E& conor. R"L,N"i':fo :xopnssl%'"so AS A PERCENTAGE.
A PER A F VMATERIA (cP) L SHELL BEDS, ETC.
o150 Mx ERCENTAGE O ERIAL WEATHERING DIKE - A TABULAR BODY OF IGNEOUS ROCK THAT CUTS ACROSS THE STRUCTURE OF ADJACENT
;4:0 g '»:x gg ::x Isannu GRANULAR  SILT - CLAY ROCKS OR CUTS MASSIVE ROCK.
- ¥ |25 MX| 10 MX ORGANIC MATERIAL SOILS SOILS OTHER MATERIAL FRESH ROCK FRESH, CRYSTALS BRIGHT, FEW JOINTS MAY SHOW SLIGHT STAINING. ROCK RINGS UNDER )
VATERIAL TRACE OF ORGANIC MATTER 2 - 3% 3 - 51 TRACE 1- 10z HAMMER [F CRYSTALLINE. O o CNGLE AT WHICH & STRATUM OR ANY PLANAR FEATURE IS INCLINED FROM THE
PASSING *40 LITTLE ORGANIC MATTER 3 -5 5 - 12z LITTLE 1@ - 207 VERY SLIGHT ROCK GENERALLY FRESH, JOINTS STAINED, SOME JOINTS MAY SHOW THIN CLAY COATINGS IF OPEN, :
w _ ~ a0 we| 41w 40 x| 41w | 40 e | 41 v |48 ax] 41w SOILS WITH MODERATELY ORGANIC 5 - 107 12 - 207 SOME 20 - 35% | SPECIMEN Far TLY. ROCK RINGS UNDER HAMMER BLOWS IF DIP_DIRECTION (DIP AZIMUTHI - THE DIRECTION OR BEARING OF THE HORIZONTAL TRACE OF THE
LITILE OR HIGHLY ORGANIC > 10% > 20 HIGHLY ~ 35% AND ABOVE v SLL CRYSTALS ON A BROKEN SPECIMEN FACE SHINE BRIGHTLY. ROCK RINGS U LOW LINE OF DIP, MEASURED CLOCKWISE FROM NORTH,
Pl 6 Mx N {10 Mx |18 Mx| 10N | 11N [ 16 Mx (10 Mx | 1N | 11 mN WODERATE HIGHLY d - g OF A CRYSTALLINE NATURE. . :
CROWP INOEX | @ 0 3 ame | 8mx 12 Mx[i6 ux|no mx AMOUNTS OF ORCANIC GROUND WATER SLIGHT ROCK GENERALLY FRESH, JOINTS STAINED AND DISCOLORATION EXTENDS INTO ROCK UP TO FAULT - A FRACTURE OR FRACTURE ZONE ALONG WHICH THERE HAS BEEN DISPLACEMENT OF THE
SOILS SIDES RELATIVE TO ONE ANOTHER PARALLEL TO THE FRACTURE.
SUAL TYPES [STORE FrAGS. ORGANIC WATER LEVEL IN BORE HOLE IMMEDIATELY AFTER ORILLING (SLLI 1 INCH. OPEN JOINTS MAY CONTAIN CLAY. IN GRANITOID ROCKS SOME OCCASIONAL FELDSPAR .
O MAJOR | GRAvEL o | FINE | SILTY OR CLAYEY SILTY CLAYEY MATTER AV CRYSTALS ARE DULL AND DISCOLORED. CRYSTALLINE ROCKS RING UNDER HAMMER BLOWS. FISSILE - A PROPERTY OF SPLITTING ALONG CLOSELY SPACED PARALLEL PLANES.
MATERIALS | sanp | SPND | CRAVEL AND SaND Sos SoiLs vy _ STATIC WATER LEVEL AFTER 24 HOURS MODERATE  SIGNIFICANT PORTIONS OF ROCK SHOW DISCOLORATION AND WEATHERING EFFECTS. IN FLOAT - ROCK FRAGMENTS ON SURFACE NEAR THEIR ORIGINAL POSITION AND DISLODGED FROM
ZPu PERCHED WATER, SATURATED ZONE.,OR WATER BEARING STRATA MoD.) GRANITOID ROCKS, MOST FELDSPARS ARE DULL AND DISCOLORED, SOME SHOW CLAY. ROCK HAS PARENT MATERIAL.
a?';umzaﬁz EXCELLENT T0 GOOD FAIR T0 POOR F‘:,'go;" POOR | UNSUITABLE O—flﬂﬁ— DULL SOUND UNDER HAMMER BLOWS AND SHOWS SIGNIFICANT LOSS OF STRENGTH AS COMPARED FLOOD PLAIN (FP) - LAND BORDERING A STREAM. BUILT OF SEOIMENTS DEPOSITED BY THE STREAM.
SPRING OR SEEP WITH FRESH ROCK. FLOOD PLAIN (FP)
PIOF A-7-5 SUBGROP IS = LL - 30 +PL OF A-7-6 SUBGROP IS > LL - 30 MODERATELY ~ALL ROCK EXCEPT QUARTZ DISCOLORED OR STAINED, IN GRANITOID ROCKS, ALL FELDSPARS DULL —ilo:mm" {FM:) - A MAPPABLE GEOLOGIC UNIT THAT CAN BE RECOGNIZED AND TRACED IN THE
CONSISTENCY OR DENSENESS MISCELLANEOUS SYMBOLS SEVERE AND DISCOLORED AND A MAJORITY SHOW KAOLINIZATION. ROCK SHOWS SEVERE LOSS OF STRENGTH
RANGE OF STANDARD RANGE OF UNCONFINED (MOD. SEV.)  AND CAN BE EXCAVATED WITH A GEOLOGIST'S PICK. ROCK GIVES "CLUNK® SOUND WHEN STRUCK. JOINT - FRACTURE IN ROCK ALONG WHICH NO APPRECIABLE MOVEMENT HAS OCCURRED.
PRIMARY SOIL TYPE oS OF PENETRATION RESISTENCE | COMPRESSIVE STRENGTH ROADWAY EMBANKMENT (RE) 23/9%  pIp & DIP DIRECTION IF_TESTED, WOULD YIELD SPT REFUSAL LEDGE - A SHELF-LIKE RIDGE OR PROJECTION OF ROCK WHOSE THICKNESS IS SMALL COMPARED TO
IN-VALUE) (TONS/FTZ) WITH SOIL DESCRIPTION OF ROCK STRUCTURES SEVERE ALL ROCK EXCEPT OUARTZ DISCOLORED OR STAINED. ROCK FABRIC CLEAR AND EVIDENT BUT ITS LATERAL EXTENT.
VERY LOOSE <4 ser SLOPE INDICATOR (SEV.) REDUCED IN STRENGTH TO STRONG SOIL. IN GRANITOID ROCKS ALL FELDSPARS ARE KAOLINIZED - A BODY OF R ROCK THAT TH . £ OR MORE DIRECTIONS.
GENERALLY LOOSE 410 10 SOIL SYMBOL Q‘;;; our TEST BORING O INSTALLATION TO SOME EXTENT. SOME FRAGMENTS OF STRONG ROCK USUALLY REMAIN, LENS - A BODY OF SOIL OR ROCI INS OUT IN ON
GRANULAR MEDIUM DENSE 12 T0 30 N/A ARTIFICIAL FILL @F) OTHER CONE PENETROMETER IF TESTED, WOULD YIELD SPT N VALUES > 180 BPF MOTTLED (MOT.) - IRREGULARLY MARKED WITH SPOTS OF DIFFERENT COLORS. MOTTLING IN SOILS
F RAINAGE.
mm?oa:ssws) DENSE 30 10 58 THAN ROADWAY EMBANKMENT @ AUGER BORING @ TEST VERY ALL ROCK EXCEPT OUARTZ DISCOLORED OR STAINED. ROCK FABRIC ELEMENTS ARE DISCERNIBLE USUALLY'INDICATES POOR AERATION AND LACK OF GOOD DRAINAGE
VERY DENSE > 50 SEVERE BUT MASS IS EFFECTIVELY REDUCED TO SOIL STATUS, WITH ONLY FRAGMENTS OF STRONG ROCK PERCHED WATER - WATER MAINTAINED ABOVE THE NORMAL GROUND WATER LEVEL BY THE PRESENCE
VERY SOFT <2 < 0.25 = m— [NFERRED SOIL BOUNDARY CORE BORING Y SOUNDING ROD (V SEV.) REMAINING. SAPROLITE IS AN EXAMPLE OF ROCK WEATHERED TO A DEGREE THAT ONLY MINOR OF AN [NTERVENING [MPERVIOUS STRATUM.
GENERALLY SOFT 2704 2.25 70 0.5 " TEST BORING VESTIGES OF ORIGINAL ROCK FABRIC REMAIN. [F TESTED, WOULD YIELD SPT N VALUES < 199 BPF RESIDUAL (RES. SOIL - SOIL FORMED IN PLACE BY THE WEATHERING OF ROCK.
SILT-CLAY MEDIUM STIFF 4708 2.5 10 1.0 =77=/7= INFERRED ROCK LINE 'O MONITORING WELL WITH CORE COMPLETE  ROCK REDUCED TO SOIL. ROCK FABRIC NOT DISCERNIBLE,OR DISCERNIBLE ONLY IN SMALL AND ROCK QUALITY DESIGNATION ROD) - & MEASURE OF ROCK OUALITY DESCRIBED BY TOTAL LENGTH OF
MATERIAL STIFF 8 10 15 170 2 PIEZOMETER SCATTERED CONCENTRATIONS. QUARTZ MAY BE PRESENT AS DIKES OR STRINGERS. SAPROLITE IS ROCK SEGMENTS EQUAL 10 OR GREATER THAN 4 INCHES DIVIDED BY THE TOTAL LENGTH OF CORE
(COHESIVE) VERY STIFF 15 T0 30 27104 **rpe® ALLUVIAL SOIL BOUNDARY JAN INSTALLATION (O~ SPT N-VALUE ALSD AN EXAMPLE. RUN AND EXPRESSED AS A PERCENTAGE.
HARD > 308 >4
ROCK HARDNESS SAPROLITE (SAP.) - RESIDUAL SOIL THAT RETAINS THE RELIC STRUCTURE OR FABRIC OF THE PARENT
TEXTURE OR GRAIN SIZE RECOMMENDATION SYMBOLS ROCK
VERY HARD ~ CANNOT BE SCRATCHED BY KNIFE OR SHARP PICK. BREAKING OF HAND SPECIMENS REQUIRES -
U.S. STD. SIEVE SIZE 4 10 40 60 200 270 UNDERCUT UNCLASSIFIED EXCAVATION - o UNCLASSIFIED EXCAVATION - SEVERAL HARD BLOWS OF THE GEOLOGIST'S PICK. SILL - AN INTRUSIVE BODY OF IGNEOUS ROCK OF APPROXIMATELY UNIFORM THICKNESS AND
A UNSUITABLE WASTE *s ACCEPTABLE,BUT NOT TO BE _—
OPENING (MM) 476 2000 0.42 025 0.075 0.053 @ een e B S Feer oF HARD CAN BE SCRATCHED BY KNIFE OR PICK ONLY WITH DIFFICULTY. HARD HAMMER BLOWS REOUIRED RELATIVELY THIN COMPARED WITH ITS LATERAL EXTENT, THAT HAS BEEN EMPLACED PARALLEL TO
BOULDER COBBLE GRAVEL COARSE FINE SILT cLay UNOERCUT R AtCerrapLe oeoRADABLE RoCK EMBANKMENT OR BACKFILL TO DETACH HAND SPECIMEN. THE BEDOING OR SCHISTOSITY OF THE INTRUDED ROCKS.
BLOR) Cona R SAND SAND e i MODERATELY CAN BE SCRATCHED BY KNIFE OR PICK. GOUGES OR GROOVES TO 0.25 INCHES DEEP CAN BE SLICKENSIDE - POLISHED AND STRIATED SURFACE THAT RESULTS FROM FRICTION ALONG A FAULT
(CSE. 5D.) (F_SD.) ABBRE VIATIONS HARD EXCAVATED BY HARD BLOW OF A GEOLOGIST'S PICK. HAND SPECIMENS CAN BE DETACHED OR SLIP PLANE.
GRAIN MM 385 75 2.0 2.25 0.05 0.005 AR - AUGER REFUSAL MED. - MEDIUM VST - VANE SHEAR TEST BY MODERATE BLOWS. STANDARD PENETRATION TEST (PENETRATION RESISTANCE) (SPT) - NUMBER OF BLOWS (N OR BPF) OF
SIZE N, 12 3 BT - BORING TERMINATED MICA. - MICACEOUS WEA. - WEATHERED MEDIUM CAN BE GROOVED OR GOUGED .05 INCHES DEEP BY FIRM PRESSURE OF KNIFE OR PICK POINT. A 140 LB.HAMMER FALLING 30 INCHES REQUIRED TO PRODUCE A PENETRATION OF 1FOOT INTO SOIL
CL. - CLAY MOD. - MODERATELY 7Y/ = UNIT WEIGHT HARD CAN BE EXCAVATED IN SMALL CHIPS TO PEICES I INCH MAXIMUM SIZE BY HARD BLOWS OF THE WITH A 2 INCH OUTSIDE DIAMETER SPLIT SPOON SAMPLER. SPT REFUSAL IS PENETRATION EQUAL
SOIL MOISTURE - CORRELATION OF TERMS CPT - CONE PENETRATION TEST NP - NON PLASTIC - DRY UNIT WEIGHT POINT OF A GEOLOGIST'S PICK. TO OR LESS THAN 0.1 FOOT PER 60 BLOWS.
SOIL MOISTURE SCALE FIELD MOISTURE CSE. - COARSE ORG. - ORGANIC SOFT CAN BE GROVED OR GOUGED READILY BY KNIFE OR PICK. CAN BE EXCAVATED IN FRAGMENTS STRATA CORE RECOVERY (SREC.) - TOTAL LENGTH OF STRATA MATERIAL RECOVERED DIVIDED BY
(ATTERBERG LIMITS) DESCRIPTION CUIDE FOR FIELD MOISTURE DESCRIPTION | pyr by aTOMETER TEST PMT - PRESSUREMETER TEST SAMPLE ABBREVIATIONS FROM CHIPS TO SEVERAL INCHES IN SIZE BY MODERATE BLOWS OF A PICK POINT. SMALL, THIN TOTAL LENGTH OF STRATUM AND EXPRESSED AS A PERCENTAGE.
SATURATED USUALLY LIQUID: VERY WET. USUALLY OPT - DYNAMIC PENETRATION TEST ggp' 'Szz;"g';gj'f gs- B:';KIT P00 PIECES CAN BE BROKEN BY FINGER PRESSURE. STRATA ROCK QUALITY DESIGNATION (SROD) - A MEASURE OF ROCK OUALITY DESCRIBED BY TOTAL
- - d . e - VOID RATIO . - 3 - L LENGTH OF ROCK SEGMENTS WITHIN A STRATUM EQUAL TO OR GREATER THAN 4 INCHES DIVIDED BY
(SAT FROM BELOW THE GROUND WATER TABLE | £ - FINE oL - SILT, SILTY o1 - SHELBY TUBE VERY CAN BE CARVED WITH KNIFE. CAN BE EXCAVATED READILY WITH POINT OF PICK. PIECES 1 INCH N AL e
n LI0UID LIMIT i " SOFT OR MORE IN THICKNESS CAN BE BROKEN BY FINGER PRESSURE. CAN BE SCRATCHED READILY BY
T FOSS. - FOSSILIFEROUS SLI. - SLIGHTLY RS - RoCK FINGERNAIL. TOPSOIL (TS.) - SURFACE SOILS USUALLY CONTAINING ORGANIC MATTER.
PLASTIC SEMISOLIDs REGUIRES DRYING TO FRAC. - FRACTURED, FRACTURES TCR - TRICONE REFUSAL RT - RECOMPACTED TRIAXIAL
R::NI?E - WET - W) ATTAIN OPTIMUM MOISTURE FRAGS. - FRAGMENTS @ - MOISTURE CONTENT CBR - CALIFORNIA BEARING FRACTURE SPACING BEDDING BENCH MARK: CONB-44; N: 561,465.5, E: 1,042,862.8
PLL L PLASTIC LIMIT HL. - HIGHLY V - VERY RATIO TERM SPACING TERM THICKNESS STA.: 10+89.35
PMENT T PR T VERY WIDE MORE THAN 10 FEET VERY THICKLY BEDDED 4 FEET N
oM OPTIMUM MOISTURE - MOIST - M) SOLID; AT OR NEAR OPTIMUM MOISTURE EGUI EN USED ON SUBJEC OJEC WIDE 3 T0 1@ FEET THICKLY BEDDED 1.5 - 4 FEET ELEVATION: 1033.73 FEET
st | SHRINKAGE LIMIT DRILL UNITS: ADVANCING T0OLS: HAMMER TYPE: MODERATELY CLOSE 170 3 FEET THINLY BEDDED 0.16 - 1.5 FEET NOTES:
T [] cMe-asc [] cuav ats automatic [ MaNuAL CLOSE 0.6 TO 1 FOOT VERY THINLY BEDDED 2.03 - 0.16 FEET NOTES:
REQUIRES ADDITIONAL WATER TO VERY CLOSE LESS THAN @.16 FEET THICKLY LAMINATED 2.008 - 0.03 FEET FIAD - FILLED IMMEDIATELY AFTER DRILLING
- DRY - () '
ATTAIN OPTIMUM MOISTURE |:| CME-55 |:| 67 CONTINUDUS FLIGHT AUGER CORE SIZE: THINLY LAMINATED < 0.008 FEET
PLASTICITY 8" HOLLOW AUGERS D_B D'“ INDURATION
- . . HEAT, PRESSURE, ETC.
LASTICITY INDEX (P11 DRY STRENGTH [] cMe-ss0 HARD FACED FINGER BITS (v FOR SEDIMENTARY ROCKS, INDURATION |:U ;;ZGH:TI:ENLTEGEZ S:;::IZ:Mi; DTJZMEGr;:zz HE, ESSURE, ETC
NON PLASTIC 2-5 VERY LOW TUNG.-CARBIDE INSERTS FRIABLE :
SLIGHTLY PLASTIC 6-15 SLIGHT [J vene suean TEST cosivs [ w covencen HAND TOOLS: GENTLE BLOW BY HAMMER DISINTEGRATES SAMPLE.
MODERATELY PLASTIC 16-25 MEDIUM [] ost HoLe oicoer MODERATELY INDURATED GRAINS CAN BE SEPARATED FROM SAMPLE WITH STEEL PROBE;
HIGHLY PLASTIC 26 OR MORE HIGH [] portasLe HoisT TRICONE STEEL TEETH | [T ) aucen BREAKS EASILY WHEN HIT WITH HAMMER,
COLOR TRICONE * TUNG.-CARB, GRAINS ARE DIFFICULT TO SEPARATE WITH STEEL PROBE:
[X] o-se (rER346) S E SOUNDING ROD INDURATED DIFFICULT TO BREAK WITH HAMMER.
DESCRIPTIONS MAY INCLUDE COLOR OR COLOR COMBINATIONS (TAN, RED, YELLOW-BROWN, BLUE-GRAY), VANE SHEAR TEST
MODIFIERS SUCH AS LIGHT, DARK, STREAKED, ETC. ARE USED TO DESCRIBE APPEARANCE. 0 3V HOLLOW STEM AUGER O EXTREMELY INDURATED ::;ﬁzE“‘;':E‘ESSB";E;’OSSQE?:‘LTSSD TO BREAK SAMPLE; DATE: 8-15-14
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GEOTECHNICAL BORING REPORT
BORE LOG

NCDOT BORE DOUBLE 14729 _GEO_I126&US74 INTERCHANGE.GPJ NC_DOT.GDT 6/16/17

lerracon

Consulting Engineers & Scientists

SHEET 6 OF 9

WBS 70175072

| TIP 1-4729A

| COUNTY POLK

| GEOLOGIST WERITZ, M. A.

WBS 70175072

TIP 1-4729A

COUNTY POLK

GEOLOGIST WERITZ, M. A.

SITE DESCRIPTION BRIDGE OVER RAMP (-E_CONN_REV-) ON RAMP (-RP_E-) BETWEEN |-26 AND U.S. 74

GROUND WTR (ft)

BORING NO. EB1-A RPE

STATION 22+48

OFFSET 8ftLT

ALIGNMENT -RPE- O HR. 8.2

COLLARELEV. 1,031.5ft

TOTAL DEPTH 50.0 ft

NORTHING 561,397

24 HR. 8.0

EASTING 1,042,632

SITE DESCRIPTION BRIDGE OVER RAMP (-E_CONN_REV-) ON RAMP (-RP_E-) BETWEEN |-26 AND U.S. 74

GROUND WTR (ft)

BORING NO. EB1-B RPE

STATION 22+22

OFFSET 24ftRT

ALIGNMENT -RPE- O HR. 8.0

COLLARELEV. 1,031.0ft

TOTAL DEPTH 53.1ft

NORTHING 561,359

24 HR. 7.7

EASTING 1,042,648

DRILL RIGIHAMMER EFF./DATE TER346 DIEDRICH D-50 90% 03/10/2017

| DRILLMETHOD H.S.

Augers HAMMER TYPE  Automatic

DRILL RIGIHAMMER EFF./DATE TER346 DIEDRICH D-50 90% 03/10/2017

| DRILL METHOD H.S. Augers

HAMMER TYPE  Automatic

DRILLER EKLUND, M. A.

START DATE 05/18/17

COMP. DATE 05/18/17

| SURFACE WATER DEPTH N/A

DRILLER EKLUND, M. A.

START DATE 05/17/17

COMP. DATE 05/17/17

| SURFACE WATER DEPTH N/A

DRIVE BLOW COUNT BLOWS PER FOOT SAMP. L DRIVE BLOW COUNT BLOWS PER FOOT SAMP. L
E'(-f'f)v ELEV DE(%T H v o SOIL AND ROCK DESCRIPTION E'(-f'[E)V ELEV DE(%T H o SOIL AND ROCK DESCRIPTION
(f) 0.5ft | 0.5ft | 0.5ft | [O 2|5 5|0 7|5 100| [ NO. |/moill 6 | ELev. ) DEPTH (i) (o) 0.5ft | 0.5ft | 0.5ft | |0 2|5 5|0 7|5 100( [ NoO. |/moll &
1035 | 1035 |
t - ; _ - 10315 e e S 00 1 [ 10810 GROUND SURFACE 0.0
1030 I \ RED-BROWN. EINE SANDY SILT WITH 1030 | 1,030.0] 1.0 T ROADWAY EMBANKMENT
T T - - SOME GRAVEL T 3 [ 3 | 5 . . RED-BROWN, FINE SANDY SILT, WITH
1028071 35 N : : P o SOME MICA
I 22114 |10 - - 1,026.5 50 ¥ 29 | 10| 6 - -\;.1-6
1.02551 6.0 - - RESIDUAL T - 5.5
1025 =5 T2 3 RED-BROWN, BROWN AND WHTE, 10251102504 60 | o 4 o | o £ RESIDUAL
10030T as - - SILTY FINE TO COARSE SAND, HIGHLY T r’e - RED-BROWN, BROWN AND WHITE,
—1T1T - - < MICACEOUS 10225+ 85 - SILTY FINE TO COARSE SAND, HIGHLY
T . . T 1 2 1 43 - MICACEOUS
1020 I : : 1020 I | S
1
toisolaas L L 1 ; ) 10175+ 135 : -
T - - + T T T | e
1015 1 ) ) 1015 1 L
T
-+ - - - -+ l - -
toizolaes L L 1 ) ; ) 10125+ 185 -
I * ) ) T LAt e
1010 I 1 1010 I \
I .. _ _ I - - -
1.0080] 235 5 . . |- - B - 1,007 5F 235 A
I * ) ) i S N N
1005 I A 1005 I |
1 A - - 1 L
1,003.0] 285 o ) ) 1 -
10025+ 285
T s 4] - o1 - - + Z | 4| 6 . +16 .
1000 1 1 . . 1000 1 i
998.0 | 335 | L
} } 9075 + 335 R
T a1 5]8 . - - + 3| 4| 5 . *Q - -
995 1 N ) ) 995 1 v
9930 | 385 AN ) 1
T 1131 N : swstass | | 1 1
990 T N A M 905 __ __ __ A0 990 T ) ,1'1
—-+ - WEATHERED ROCK - :
988.0 | 435 . R - (BIOTITE GNEISS) 9875 T 43 1o
T 79 [51/03 : : + L LA Sl
I . | 10008 C T - @10
985 I r 985 I \
I _ i I N
9830 | 485 ) L 1 A A
9816 + 499 [0V - 100049 L 9816 49.9 982.5 1485 8 9 11 - .\. -
T 6001 60/0.1 CRYSTALLINE ROCK 080 T - *20 .-
=+ — (BIOTITE GNEISS) -+ i _ 520
T r Boring Terminated WITH STANDARD 9730 | 530 T T T T T T T T _ﬂ_ 9780 — "\ WEATHERED ROCK ~ ~ ~ ~__ 53.0|
T r PENETRATION TEST REFUSAL at 60/0.1 60/0.1 77T 7) (BIOTITE GNEISS) =1
I C Elevation 981.5 ft IN CRYSTALLINE ROCK I C
T C BIOTITE GNEISS T L CRYSTALLINE ROCK
I L ( ) 4 - (BIOTITE GNEISS)
T - T B Boring Terminated WITH STANDARD
T - T - PENETRATION TEST REFUSAL at
T - T r Elevation 977.9 ft IN CRYSTALLINE ROCK
T C T [ (BIOTITE GNEISS)
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NCDOT BORE DOUBLE 14729 _GEO_I126&US74 INTERCHANGE.GPJ NC_DOT.GDT 6/16/17

lerracon

Consulting Engineers & Scientists

BORE LOG

GEOTECHNICAL BORING REPORT

SHEET 7 OF 9

WBS 70175072 |TIP 1-4729A |COUNTY POLK

| GEOLOGIST WERITZ, M. A.

WBS 70175072 TIP 1-4729A COUNTY POLK

GEOLOGIST WERITZ, M. A.

SITE DESCRIPTION BRIDGE OVER RAMP (-E_CONN_REV-) ON RAMP (-RP_E-) BETWEEN |-26 AND U.S. 74

GROUND WTR (ft)

BORING NO. EB2-A RPE STATION 23+28 OFFSET 8ftLT

ALIGNMENT -RPE-

O HR. 8.4

COLLARELEV. 1,033.4 ft TOTAL DEPTH 63.8 ft NORTHING 561,465

EASTING 1,042,675

24 HR. 8.3

SITE DESCRIPTION BRIDGE OVER RAMP (-E_CONN_REV-) ON RAMP (-RP_E-) BETWEEN |-26 AND U.S. 74

GROUND WTR (ft)

BORING NO. EB2-B RPE STATION 23+07 OFFSET 24ftRT ALIGNMENT -RPE-

O HR. 8.4

COLLARELEV. 1,033.3ft TOTAL DEPTH 58.5 ft NORTHING 561,430 EASTING 1,042,690

24 HR. 8.4

DRILL RIGIHAMMER EFF./DATE TER346 DIEDRICH D-50 90% 03/10/2017 | DRILL METHOD H.S. Augers

HAMMER TYPE  Automatic

DRILL RIGIHAMMER EFF./DATE TER346 DIEDRICH D-50 90% 03/10/2017 | DRILL METHOD H.S. Augers

HAMMER TYPE  Automatic

DRILLER EKLUND, M. A. START DATE 05/16/17 COMP. DATE 05/16/17

| SURFACE WATER DEPTH N/A

DRILLER EKLUND, M. A.

START DATE 05/16/17

COMP. DATE 05/16/17

| SURFACE WATER DEPTH N/A

DRIVE BLOW COUNT BLOWS PER FOOT SAMP. L DRIVE BLOW COUNT BLOWS PER FOOT SAMP. L
E'(-f'f)v ELEV DE(%T H v o SOIL AND ROCK DESCRIPTION E'(-f'[E)V ELEV DE(%T H o SOIL AND ROCK DESCRIPTION
(f) 0.5ft | 0.5ft | 0.5ft | [O 2|5 5|0 7|5 100| [ NO. |/moill 6 | ELev. ) DEPTH (i) (o) 0.5ft | 0.5ft | 0.5ft | |0 2|5 5|0 7|5 100( [ NoO. |/moll &
1035 | 1035 |
4 L 10334 GROUND SURFACE 0.0 1 L 10333 GROUND SURFACE 0.0
10324 10 T - - - = RESIDUAL 1.0323T 10 T ChSF ROADWAY EMBANKMENT
T 21 3] 4 $ : : M WHITE AND RED TO BROWN, SILTY I 619715 : '/{14' M PO 10s05 DARKGRAY, SILTY FINE TO COARSE 25
1030 1 oo ol 25 1 - - - FINE TO COARSE SAND, HIGHLY 1030 | { oo al 35 s T R SAND WITH SOME GRAVEL —=
T 2 2 3 . i _ _ M MICACEQOUS T 7 3 2 g M RESIDUAL
L0o74T 60 oL . . 1 L& WHITE, BROWN AND GRAY, SILTY FINE
+ 3 5 3 + L . . 102731 60 L > > ‘l ) TO COARSE SAND, HIGHLY MICACEOUS
1 5. . . . 1 4.
1025 1 gpaal g5 v 1025 | 3 opaal g5 I v
T T T 2 +3 : _ _ W T 2 T 2| [gs - W
1020 |1 09190] 135 ! : - - 10209 9198 135 [
T T T2 [¢s- ; ] w T T 1] 2]|és- w
I [ : : 1 [
T I : : T I
1015 1 0140185 | — 10151 0148] 185 I
1 1 o - R R w 1 1 2 2 ‘4 .. w
I [ : : I b
1010 | 1 gpga] 235 | 101011 oo9.gl 235 [
1 21213 | e -- - - w 1 T1T 273 és- SS-16 | 45%
4 l - - - - + .‘ P
I | I ) ) I A
1005 | 1 ggaal 285 1 1005 | 3 ggagl 285 \
T WOH| 3 3 *6_ . R R W T 3 7[5 _“9_ W
I Ao ) ) I S
1000 | 9999 335 | 1000| g99g8.{ 335 1
1 3 4 5 _kg_ . _ _ W T 5 5 7 . *12_ W
T - - - - @74 _ o gz60 T R R
T - -\i - - BROWN AND WHITE, SILTY FINE SAND T SR
99 | 9949 385 \ 995 | ggag.l 385 |
T 8 9 | 11 .0 - - - _ B w T Z 5 8 __‘13_ w
1 s G R R N Rait S S
1 NoL L - - 1 . S~ ...
1 N . . 1 S SO
990 | ggao | 435 AN 990 | ggog.| 435 =~
T 13 [ 20 | 29 o - - - W T 22 | 47 | 43 T~ .90 W
4 ™ - - - PO 4 - - . L ..
I R 1 I
I AN I R
985 | ggao.| 485 > 985 | ogag-| 485 -
T 14 | 45 | 41 _ '\T% ) W T 6 | 19 | 28 - W
T - T [~ 982.4 51.0 T - \' -
T - - WEATHERED ROCK T NI
980 | 9799.] 535 (BIOTITE GNEISS) 980 | 9798-] 535 \\
T 77 23001 - 10006 T 23 | 30 | 40 S N W
T ) oo T I S A, ovs __ . 560
T - - T R WEATHERED ROCK
975 | 9740 585 975 | 9740 1 584 W (BIOTITE GNEISS) 58.4
T 48 | 32 |68/04 _ . T 50/0.1 60/0.1 N CRYSTALLINE ROCK
1 ) - 100099 I L (BIOTITE GNEISS)
T - - - T - Boring Terminated WITH STANDARD
970 + - - T - PENETRATION TEST REFUSAL at
96991 635 o070 969.6 63.8 - - Elevation 974.8 ft IN CRYSTALLINE ROCK
T . 100/0.3 = Boring Terminated at Elevation 969.6 ft IN T B (BIOTITE GNEISS)
+ - WEATHERED ROCK (BIOTITE GNEISS) T -
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SHEET 8 OF 9
LABORATORY TESTING SUMMARY
PROJECT NUMBER: 70175072 TIP: 1-4729A COUNTY: POLK
DESCRIPTION: REALIGNMENT OF 1-26 AND US 74 INTERCHANGE NORTH OF N.C. 108- BRIDGE OVER RAMP (-E_. CONN_REV-) ON RAMP (-RP_E-) BETWEEN 1-26 AND U.S.74
Offset Depth AASHTO % by Weight % % Passing (sieves) " Ave. Wet — Shear Strengtgﬁ\/atl_ues —
Sample No.| Alignment | Station Interval L.L. P.I Coarse . . Retained % Moisture . Unit Wt. ot lrotal Friction ective it
(feet) Class. Fine Sand Silt Clay . #10 #40 #200 Organic Cohesion Cohesion Friction
(feet) Sand #4 Sieve (pcf) (0sf) ($) (0sf) (@)
SS-14 -RP_E- 22+48 8'LT. 8.5-10.0 A-2-5 (0) 56 NP 53.6 315 8.4 6.5 0 100 68 19 57.2 N/D N/D N/D N/D N/D N/D
SS-16 -RP_E- 23+07 24' RT. 23.5-25.0 A-2-5 (0) 51 NP 50.3 29.3 13.2 7.2 0 98 65 25 44.9 N/D N/D N/D N/D N/D N/D

N/D - NOT DETERMINED

Btaphamin K. Huffrran

Certified Lab Technician Signature

114-01-1203
Certification Number
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SITEPHOTOGRAPHS
REALIGNMENT OF 1-26 AND US 74 INTERCHANGE NORTH OF NC 108 - BRIDGE OVER RAMP (-E_CONN_REV-) ON RAMP (-RP_E-) BETWEEN 1-26 AND US 74

SHEET 9 OF 9

PHOTOGRAPH NO. 1: SOUTH APPROACH TO END BENT NO. 1 ON
-RP_E- ALIGNMENT, LOOKING NORTH

PHOTOGRAPH NO. 3: ON -E_CONN_REV-ALIGNMENT RIGHT SHOULDER,
NORTH OF -RP_E- ALIGNMENT, LOOKING SOUTH
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PHOTOGRAPH NO. 2: ON -E_CONN_REV-ALIGNMENT LEFT SHOULDER,
SOUTH OF -RP_E- ALIGNMENT, LOOKING NORTH

PHOTOGRAPH NO. 4: NORTH APPROACH TO END BENT NO.2 ON

-RP_E- ALIGNMENT, LOOKING SOUTH
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DESCRIPTION
TITLE SHEET
LEGEND (SOIL & ROCK)
SITE PLAN
CROSS SECTIONS
BORE LOGS, CORE LOG AND CORE PHOTOGRAPHS
SOIL TEST RESULTS AND CORE SAMPLE RESULTS
SITE PHOTOGRAPHS

STATE OF NORTH CAROLINA
DEPARTMENT OF TRANSPORTATION
DIVISION OF HIGHWAYS
GEOTECHNICAL ENGINEERING UNIT

STRUCTURE
SUBSURFACE INVESTIGATION

COUNTY _POLK
PROJECT DESCRIPTION REALIGNMENT OF I-26 AND
US 74 INTERCHANGE NORTH OF NC 108

SITE DESCRIPTION _BRIDGE OVER I-26 (-EL-)
ON RAMP (-RP F-) BETWEEN US 74 AND 1-26

SHEET TOTAL
STATE STATE PROJECT REFERENCE NO. NO. SHEETS

N.C. |-4729A 1|14

CAUTION NOTICE

THE SUBSURFACE INFORMATION AND THE SUBSURFACE INVESTIGATION ON WHICH IT IS BASED WERE
MADE FOR THE PURPOSE OF STUDY, PLANNING AND DESIGN, AND NOT FOR CONSTRUCTION OR PAY
PURPOSES. THE VARIOUS FIELD BORING LOGS, ROCK CORES AND SOIL TEST DATA AVAILABLE MAY

BE REVIEWED OR INSPECTED IN RALEIGH BY CONTACTING THE N.C.DEPARTMENT OF TRANSPORTATION,
GEOTECHNICAL ENGINEERING UNIT AT (919) 707-6850. THE SUBSURFACE PLANS AND REPORTS, FIELD
BORING LOGS, ROCK CORES AND SOIL TEST DATA ARE NOT PART OF THE CONTRACT.

GENERAL SOIL AND ROCK STRATA DESCRIPTIONS AND INDICATED BOUNDARIES ARE BASED ON A
GEOTECHNICAL INTERPRETATION OF ALL AVAILABLE SUBSURFACE DATA AND MAY NOT NECESSARILY
REFLECT THE ACTUAL SUBSURFACE CONDITIONS BETWEEN BORINGS OR BETWEEN SAMPLED STRATA
WITHIN THE BOREHOLE. THE LABORATORY SAMPLE DATA AND THE IN SITU (IN-PLACE) TEST DATA

CAN BE RELIED ON ONLY TO THE DEGREE OF RELIABILITY INHERENT IN THE STANDARD TEST METHOD.
THE OBSERVED WATER LEVELS OR SOIL MOISTURE CONDITIONS INDICATED IN THE SUBSURFACE
INVESTIGATIONS ARE AS RECORDED AT THE TIME OF THE INVESTIGATION. THESE WATER LEVELS OR
SOIL MOISTURE CONDITIONS MAY VARY CONSIDERABLY WITH TIME ACCORDING TO CLIMATIC CONDITIONS
INCLUDING TEMPERATURES, PRECIPITATION AND WIND, AS WELL AS OTHER NON-CLIMATIC FACTORS.

THE BIDDER OR CONTRACTOR IS CAUTIONED THAT DETAILS SHOWN ON THE SUBSURFACE PLANS ARE
PRELIMINARY ONLY AND IN MANY CASES THE FINAL DESIGN DETAILS ARE DIFFERENT. FOR BIDDING
AND CONSTRUCTION PURPOSES, REFER TO THE CONSTRUCTION PLANS AND DOCUMENTS FOR FINAL
DESIGN INFORMATION ON THIS PROJECT. THE DEPARTMENT DOES NOT WARRANT OR GUARANTEE THE
SUFFICIENCY OR ACCURACY OF THE INVESTIGATION MADE, NOR THE INTERPRETATIONS MADE, OR
OPINION OF THE DEPARTMENT AS TO THE TYPE OF MATERIALS AND CONDITIONS TO BE ENCOUNTERED.
THE BIDDER OR CONTRACTOR IS CAUTIONED TO MAKE SUCH INDEPENDENT SUBSURFACE INVESTIGATIONS
AS HE DEEMS NECESSARY TO SATISFY HIMSELF AS TO CONDITIONS TO BE ENCOUNTERED ON THE
PROJECT. THE CONTRACTOR SHALL HAVE NO CLAIM FOR ADDITIONAL COMPENSATION OR FOR AN
EXTENSION OF TIME FOR ANY REASON RESULTING FROM THE ACTUAL CONDITIONS ENCOUNTERED AT
THE SITE DIFFERING FROM THOSE INDICATED IN THE SUBSURFACE INFORMATION.

NOTES:

I THE INFORMATION CONTAINED HEREIN IS NOT IMPLIED OR GUARANTEED BY THE N.C. DEPARTMENT
OF TRANSPORTATION AS ACCURATE NOR IS IT CONSIDERED PART OF THE PLANS, SPECIFICATIONS
OR CONTRACT FOR THE PROJECT.

2. BY HAVING REQUESTED THIS INFORMATION, THE CONTRACTOR SPECIFICALLY WAIVES ANY CLAIMS
FOR INCREASED COMPENSATION OR EXTENSION OF TIME BASED ON DIFFERENCES BETWEEN THE
CONDITIONS INDICATED HEREIN AND THE ACTUAL CONDITIONS AT THE PROJECT SITE.

PERSONNEL
RIGGS, A. F.

WERITZ, M. A.

EKLUND, M. A.

STUDNICKY, R. T.

MCcMILLIAN, M. F.

INVESTIGATED BY TERRACON CONSULTANTS
DRAWN BY FIELDS, W. D.

CHECKED BY RIGGS, A. F.

SUBMITTED BY TERRACON CONSULTANTS
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Consulting Engineers & Scientists
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PROJECT REFERENCE NO. SHEET NO.
SOIL AND ROCK LEGEND, TERMS, SYMBOLS, AND ABBREVIATIONS
SOIL DESCRIPTION GRADATION ROCK DESCRIPTION TERMS AND DEFINITIONS
SOIL IS CONSIDERED UNCONSOLIDATED, SEMI-CONSOLIDATED, OR WEATHERED EARTH MATERIALS THAT CAN WELL GRADED - INDICATES A GOOD REPRESENTATION OF PARTICLE SIZES FROM FINE TO COARSE. HARD ROCK IS NON-COASTAL PLAIN MATERIAL THAT WOULD YIELD SPT REFUSAL IF TESTED. AN INFERRED ALLUVIUM (ALLUV.) - SOILS THAT HAVE BEEN TRANSPORTED BY WATER.
BE PENETRATED WITH A CONTINUOUS FLIGHT POWER AUGER AND YIELD LESS THAN 108 BLOWS PER FOOT UNIFORMLY GRADED - INDICATES THAT SOIL PARTICLES ARE ALL APPROXIMATELY THE SAME Size. | ROCK LINE INDICATES THE LEVEL AT WHICH NON-COASTAL PLAIN MATERIAL WOULD YIELD SPT REFUSAL. ALLUVUR TALLOV)
ACCORDING TO THE STANDARD PENETRATION TEST (AASHTO T 206, ASTM D1586). SOIL CLASSIFICATION GAP-GRADED - INDICATES A MIXTURE OF UNIFORM PARTICLE SIZES OF TWO OR MORE SIZES. SPT REFUSAL IS PENETRATION BY A SPLIT SPOON SAMPLER EQUAL TO OR LESS THAN @.1 FOOT PER 60 AQUIFER - A WATER BEARING FORMATION OR STRATA.
IS BASED ON THE AASHTO SYSTEM. BASIC DESCRIPTIONS GENERALLY INCLUDE THE FOLLOWING: — v OF GRA - B L P LA ow'E TRANSITION BETHEEN SOIL AND ROCK 1S OFTEN ARENACEQUS - APPLIED TO ROCKS THAT HAVE BEEN DERIVED FROM SAND OR THAT CONTAIN SAND.
TENCY, COLOR, TEXTURE, MOISTURE, AASHTO CLASSIFICATION, AND OTHER PERTINENT FACTORS SUCH . =
consts AE'S,NCMINECR';EOGIEALUCOEMPS‘.I%?TION, ANGULARITY, STRUCTURE, PLASTICITY, ETC. FOR EXAMPLE, T ANGULARITY O noﬁ:ll:SEUstAo?IsoI. ER AmE s L’:SS[GN TED Bv THE TERMS ROCK MATERIALS ARE TYPICALLY DIVIDED AS FOLLOWS: ARGILLACEQUS - APPLIED TO ALL ROCKS OR SUBSTANCES COMPOSED OF CLAY MINERALS, OR HAVING
VERY STIFF.GRAY.SILTY CLAY.MOIST WITH INTERBEDDED FINE SAND LAYERS,HIGHLY PLASTIC.A~7-6 ANGUL AR, SUBANGUL A, SUBROUNDED. Onf ROUNDED. * WEATHERED W NON-COPSTAL PLAIN MATERIAL THAT WOULD YIELD SPT N VALUES > A NOTABLE PROPORTION OF CLAY IN THEIR COMPOSITION, SUCH AS SHALE, SLATE, ETC.
SOIL LEGEND AND AASHTO CLASSIFICATION ——————————— ROCK (WR) 190 BLOWS PER FOOT IF TESTED. ARTESIAN - GROUND WATER THAT IS UNDER SUFFICIENT PRESSURE TO RISE ABOVE THE LEVEL AT
GENERAL GRANULAR MATERIALS SILT-CLAY MATERIALS e MINERAL OGICAL COMPOSITION p— FINE 70 COARSE GRAIN TONEGUS AND METAVORPHIC ROCK THAT WHICH IT IS ENCOUNTERED, BUT WHICH DOES NOT NECESSARILY RISE TO OR ABOVE THE GROUND
cLAss. 1< 357 PASSING *2001 (> 357 PASSING *2001 ORGANIC MINERAL NAMES SUCH AS OUARTZ, FELDSPAR, MICA, TALC, KAOLIN, ETC. ook (R WOULD YIELD SPT REFUSAL IF TESTED. ROCK TYPE INCLUDES GRANITE, SURFACE.
P el =2 = ot [ a5 [ | o7 ARE USED IN DESCRIPTIONS WHEN THEY ARE CONSIDERED OF SIGNIFICANCE. Erﬁési.ocgggzgé SE:LS;L' '542.“ e CALCAREQUS (CALC) - SOILS THAT CONTAIN APPRECIABLE AMOUNTS OF CALCIUM CARBONATE.
m =
CLASS.  [A-l-a [ A-lb e COMPRESSIBILITY :gg—(cmég)“'-'-mE SEDIMENTARY ROCK THAT WOULD YEILD SPT REFUSAL IF TESTED. COLLUVIUM - ROCK FRAGMENTS MIXED WITH SOIL DEPOSITED BY GRAVITY ON SLOPE OR AT BOTTOM
SvBoL  ocodooosd it SLIGHTLY COMPRESSIBLE LL < 31 = ROCK TYPE INCLUDES PHYLLITE,SLATE. 3?’3”333"555?;«; S OF SLOPE.
Bogodosoodissss MODERATELY COMPRESSIBLE LL = 31-50 COASTAL PLAIN COASTAL PLAIN SEDIMENTS CEMENTED I K, BUT MAY YIEL RE RECOVERY (REC.)- TOTAL LENGTH OF ALL MATERIAL RECOVERED IN THE CORE BARREL DIVIDED
L PASSIG I HIGHLY COMPRESSIBLE LL > 50 SEDIMENTARY ROCK | 1 SPT REFUSAL. ROCK TYPE INCLUDES LIMESTONE, SANDSTONE, CEMENTED —ge ?orgfoﬁmm E& conos N AND EAPRESSED A n PERCETACE
A PER A FMATERIA (cP) L SHELL BEDS, ETC.
o150 Mx ERCENTAGE O L WEATHERING DIKE - A TABULAR BODY OF IGNEOUS ROCK THAT CUTS ACROSS THE STRUCTURE OF ADJACENT
'24; g '»:x gg ::x |5al:‘4" GRANULAR  SILT - CLAY ROCKS OR CUTS MASSIVE ROCK.
- ¥ |25 MX| 10 MX ORGANIC MATERIAL SOILS SOILS OTHER MATERIAL FRESH ROCK FRESH, CRYSTALS BRIGHT, FEW JOINTS MAY SHOW SLIGHT STAINING. ROCK RINGS UNDER )
VATERIAL TRACE OF ORGANIC MATTER 2 - 3% 3 - 51 TRACE 1- 10z HAMMER [F CRYSTALLINE. O o CNGLE AT WHICH & STRATUM OR ANY PLANAR FEATURE IS INCLINED FROM THE
PASSING *40 LITTLE ORGANIC MATTER 3 -5 5 - 12z LITTLE 1@ - 207 VERY SLIGHT ROCK GENERALLY FRESH, JOINTS STAINED, SOME JOINTS MAY SHOW THIN CLAY COATINGS IF OPEN, :
w _ ~ a0 we| 41w 40 x| 41w | 40 e | 41 v |48 ax] 41w SOILS WITH MODERATELY ORGANIC 5 - 107 12 - 207 SOME 20 - 35% | SPECIMEN Far TLY. ROCK RINGS UNDER HAMMER BLOWS IF DIP_DIRECTION (DIP AZIMUTHI - THE DIRECTION OR BEARING OF THE HORIZONTAL TRACE OF THE
LITILE OR HIGHLY ORGANIC > 10% > 20 HIGHLY ~ 35% AND ABOVE v SLL CRYSTALS ON A BROKEN SPECIMEN FACE SHINE BRIGHTLY. ROCK RINGS U LOW LINE OF DIP, MEASURED CLOCKWISE FROM NORTH,
Pl 6 Mx N {10 Mx |18 Mx| 10N | 11N [ 16 Mx (10 Mx | 1N | 11 mN WODERATE HIGHLY d - g OF A CRYSTALLINE NATURE. . :
GROUP INDEX ) ) ) aMx | 8 mx |12 mx|16 Mx|No mx ANOUNTS OF 023:‘:‘5" GROUND WATER SLIGHT ROCK GENERALLY FRESH, JOINTS STAINED AND DISCOLORATION EXTENDS INTO ROCK UP TO % ’;EfAi?:E‘:TT”:EUg ::UATCJE”:EP :;?;:.ELS.LOTNDG T":‘E‘C:R;:TES;E“AS BEEN DISPLACEMENT OF THE
SUAL TYPES [STORE FrAGS. ORGANIC WATER LEVEL IN BORE HOLE IMMEDIATELY AFTER ORILLING (SLL) 1 INCH. OPEN JOINTS MAY CONTAIN CLAY. IN GRANITOID ROCKS SOME OCCASIONAL FELDSPAR .
o MaJOR | GRaveL, o | FINE SILTY OR CLAYEY SILTY CLAYEY MATTER AV CRYSTALS ARE DULL AND DISCOLORED. CRYSTALLINE ROCKS RING UNDER HAMMER BLOWS. FISSILE - A PROPERTY OF SPLITTING ALONG CLOSELY SPACED PARALLEL PLANES.
MATERIALS | sanp | SPND | CRAVEL AND SaND Sos SoiLs vy _ STATIC WATER LEVEL AFTER 24 HOURS MODERATE  SIGNIFICANT PORTIONS OF ROCK SHOW DISCOLORATION AND WEATHERING EFFECTS. IN FLOAT - ROCK FRAGMENTS ON SURFACE NEAR THEIR ORIGINAL POSITION AND DISLODGED FROM
P P ZPu PERCHED WATER, SATURATED ZONE.,OR WATER BEARING STRATA MoD.) GRANITOID ROCKS, MOST FELDSPARS ARE DULL AND DISCOLORED, SOME SHOW CLAY. ROCK HAS PARENT MATERIAL.
25 SUBCRADE EXCELLENT T0 GOOD FAIR T0 POOR o008 POOR | UNSUITABLE O—flﬂjl— DULL SOUND UNDER HAMMER BLOWS AND SHOWS SIGNIFICANT LOSS OF STRENGTH AS COMPARED FLOOD PLAIN (FP) - LAND BORDERING A STREAM. BUILT OF SEOIMENTS DEPOSITED BY THE STREAM.
SPRING OR SEEP WITH FRESH ROCK. FLOOD PLAIN (FP)
PIOF A-7-5 SUBGROP IS = LL - 30 +PL OF A-7-6 SUBGROP IS > LL - 30 MODERATELY ~ALL ROCK EXCEPT QUARTZ DISCOLORED OR STAINED, IN GRANITOID ROCKS, ALL FELDSPARS DULL —ilo:mm" {FM:) - A MAPPABLE GEOLOGIC UNIT THAT CAN BE RECOGNIZED AND TRACED IN THE
CONSISTENCY OR DENSENESS MISCELLANEOUS SYMBOLS SEVERE AND DISCOLORED AND A MAJORITY SHOW KAOLINIZATION. ROCK SHOWS SEVERE LOSS OF STRENGTH
RANGE OF STANDARD RANGE OF UNCONFINED (MOD. SEV.)  AND CAN BE EXCAVATED WITH A GEOLOGIST'S PICK. ROCK GIVES "CLUNK® SOUND WHEN STRUCK. JOINT - FRACTURE IN ROCK ALONG WHICH NO APPRECIABLE MOVEMENT HAS OCCURRED.
PRIMARY SOIL TYPE oS OF PENETRATION RESISTENCE | COMPRESSIVE STRENGTH ROADWAY EMBANKMENT (RE) 23/9%  pIp & DIP DIRECTION IF_TESTED, WOULD YIELD SPT REFUSAL LEDGE - A SHELF-LIKE RIDGE OR PROJECTION OF ROCK WHOSE THICKNESS IS SMALL COMPARED TO
IN-VALUE) (TONS/FTZ) WITH SOIL DESCRIPTION OF ROCK STRUCTURES SEVERE ALL ROCK EXCEPT OUARTZ DISCOLORED OR STAINED. ROCK FABRIC CLEAR AND EVIDENT BUT ITS LATERAL EXTENT.
RY <4 ser SLOPE INDICATOR (SEV.) REDUCED IN STRENGTH TO STRONG SOIL. IN GRANITOID ROCKS ALL FELDSPARS ARE KAOLINIZED - A BODY OF R ROCK THAT TH T IN ONE OR MORE DIRECTIONS.
GENERALLY VE Loo"gEOSE PRI SOIL SYMBOL Qm oo TEST BORING O e e TO SOME EXTENT. SOME FRAGMENTS OF STRONG ROCK USUALLY REMAIN. LENS - A BODY OF SOIL OR ROCI INS oU
GRANULAR MEDIUM DENSE 12 T0 30 N/A ARTIFICIAL FILL @F) OTHER CONE PENETROMETER IF TESTED, WOULD YIELD SPT N VALUES > 180 BPF MOTTLED (MOT.) - IRREGULARLY MARKED WITH SPOTS OF DIFFERENT COLORS. MOTTLING IN SOILS
T e e e K OF RAINAGE.
mm?oa:ssws) DENSE 30 10 58 THAN ROADWAY EMBANKMENT @ AUGER BORING @ TEST VERY ALL ROCK EXCEPT OUARTZ DISCOLORED OR STAINED. ROCK FABRIC ELEMENTS ARE DISCERNIBLE USUALLY'INDICATES POOR AERATION AND LACK OF GOOD DRAINAGE
VERY DENSE > 50 SEVERE BUT MASS IS EFFECTIVELY REDUCED TO SOIL STATUS, WITH ONLY FRAGMENTS OF STRONG ROCK PERCHED WATER - WATER MAINTAINED ABOVE THE NORMAL GROUND WATER LEVEL BY THE PRESENCE
VERY SOFT <2 < 0.25 = m— [NFERRED SOIL BOUNDARY CORE BORING Y SOUNDING ROD (V SEV.) REMAINING. SAPROLITE IS AN EXAMPLE OF ROCK WEATHERED TO A DEGREE THAT ONLY MINOR OF AN [NTERVENING [MPERVIOUS STRATUM.
GENERALLY SOFT 2704 2.25 70 0.5 " TEST BORING VESTIGES OF ORIGINAL ROCK FABRIC REMAIN. [F TESTED, WOULD YIELD SPT N VALUES < 199 BPF RESIDUAL (RES. SOIL - SOIL FORMED IN PLACE BY THE WEATHERING OF ROCK.
SILT-CLAY MEDIUM STIFF 4708 2.5 10 1.8 =777=/77= INFERRED ROCK LINE (O MONITORING WELL $’ WITH CORE COMPLETE ~ ROCK REDUCED TO SOIL. ROCK FABRIC NOT DISCERNIBLE, OR DISCERNIBLE ONLY IN SMALL AND ROCK QUALITY DESIGNATION ROD) - & MEASURE OF ROCK OUALITY DESCRIBED BY TOTAL LENGTH OF
MATERIAL STIFF 8 10 15 170 2 PIEZOMETER SCATTERED CONCENTRATIONS. QUARTZ MAY BE PRESENT AS DIKES OR STRINGERS. SAPROLITE IS ROCK SEGMENTS EQUAL 10 OR GREATER THAN 4 INCHES DIVIDED BY THE TOTAL LENGTH OF CORE
(COHESIVE) VERY STIFF 15 T0 30 27104 **rpe® ALLUVIAL SOIL BOUNDARY JAN INSTALLATION (O~ SPT N-VALUE ALSD AN EXAMPLE. RUN AND EXPRESSED AS A PERCENTAGE.
HARD > 308 >4
ROCK HARDNESS SAPROLITE (SAP.) - RESIDUAL SOIL THAT RETAINS THE RELIC STRUCTURE OR FABRIC OF THE PARENT
TEXTURE OR GRAIN SIZE RECOMMENDATION SYMBOLS ROCK
VERY HARD ~ CANNOT BE SCRATCHED BY KNIFE OR SHARP PICK. BREAKING OF HAND SPECIMENS REQUIRES -
U.S. STD. SIEVE SIZE 4 10 40 60 200 270 UNDERCUT “Z UNCLASSIFIED EXCAVATION - o UNCLASSIFIED EXCAVATION - SEVERAL HARD BLOWS OF THE GEOLOGIST'S PICK. SILL - AN INTRUSIVE BODY OF IGNEOUS ROCK OF APPROXIMATELY UNIFORM THICKNESS AND
A TABLE WASTE *s ACCEPTABLE,BUT NOT TO BE RELA
OPENING (MM) 476 2.00 .42 025 0.075 0.053 & - UNSUL een e B S Feer oF HARD CAN BE SCRATCHED BY KNIFE OR PICK ONLY WITH DIFFICULTY. HARD HAMMER BLOWS REOUIRED RELATIVELY THIN COMPARED WITH ITS LATERAL EXTENT, THAT HAS BEEN EMPLACED PARALLEL TO
SHALLOW <] UNCLASSIFIED EXCAVATION - THE BEDDING OR SCHISTOSITY OF THE INTRUDED ROCKS.
BOULDER CoBBLE GRAVEL COARSE FINE J cLay UNDERCUT R\ ACCEPTABLE DECRADABLE ROCK EMBANKMENT OR BACKFILL TO DETACH HAND SPECIMEN.
BLOR. COB) R SAND SAND pgl P MODERATELY CAN BE SCRATCHED BY KNIFE OR PICK. GOUGES OR GROOVES TO 0.25 INCHES DEEP CAN BE SLICKENSIDE - POLISHED AND STRIATED SURFACE THAT RESULTS FROM FRICTION ALONG A FAULT
(CSE. 5D.) (F_SD.) ABBRE VIATIONS HARD EXCAVATED BY HARD BLOW OF A GEOLOGIST'S PICK. HAND SPECIMENS CAN BE DETACHED OR SLIP PLANE.
GRAIN MM 385 75 2.0 2.25 0.05 0.005 AR - AUGER REFUSAL MED. - MEDIUM VST - VANE SHEAR TEST BY MODERATE BLOWS. STANDARD PENETRATION TEST (PENETRATION RESISTANCE) (SPT) - NUMBER OF BLOWS (N OR BPF) OF
SIZE N, 12 3 BT - BORING TERMINATED MICA. - MICACEOUS WEA. - WEATHERED MEDIUM CAN BE GROOVED OR GOUGED .05 INCHES DEEP BY FIRM PRESSURE OF KNIFE OR PICK POINT. A 140 LB.HAMMER FALLING 30 INCHES REQUIRED TO PRODUCE A PENETRATION OF 1FOOT INTO SOIL
CL. - CLAY MOD. - MODERATELY 7Y/ = UNIT WEIGHT HARD CAN BE EXCAVATED IN SMALL CHIPS TO PEICES I INCH MAXIMUM SIZE BY HARD BLOWS OF THE WITH A 2 INCH OUTSIDE DIAMETER SPLIT SPOON SAMPLER. SPT REFUSAL IS PENETRATION EQUAL
SOIL MOISTURE - CORRELATION OF TERMS CPT - CONE PENETRATION TEST NP - NON PLASTIC - DRY UNIT WEIGHT POINT OF A GEOLOGIST'S PICK. TO OR LESS THAN 0.1 FOOT PER 60 BLOWS.
SOIL MOISTURE SCALE FIELD MOISTURE CSE. - COARSE ORG. - ORGANIC SOFT CAN BE GROVED OR GOUGED READILY BY KNIFE OR PICK. CAN BE EXCAVATED IN FRAGMENTS STRATA CORE RECOVERY (SREC.) - TOTAL LENGTH OF STRATA MATERIAL RECOVERED DIVIDED BY
(ATTERBERG LIMITS) DESCRIPTION CUIDE FOR FIELD MOISTURE DESCRIPTION | pyr by aTOMETER TEST PMT - PRESSUREMETER TEST SAMPLE ABBREVIATIONS FROM CHIPS TO SEVERAL INCHES IN SIZE BY MODERATE BLOWS OF A PICK POINT. SMALL, THIN TOTAL LENGTH OF STRATUM AND EXPRESSED AS A PERCENTAGE.
SATURATED USUALLY LIQUID: VERY WET. USUALLY OPT - DYNAMIC PENETRATION TEST ggp' 'Szz;"g';gj'f gs- B:';KIT P00 PIECES CAN BE BROKEN BY FINGER PRESSURE. STRATA ROCK QUALITY DESIGNATION (SROD) - A MEASURE OF ROCK OUALITY DESCRIBED BY TOTAL
- - d . e - VOID RATIO . - 3 - L LENGTH OF ROCK SEGMENTS WITHIN A STRATUM EQUAL TO OR GREATER THAN 4 INCHES DIVIDED BY
(SAT FROM BELOW THE GROUND WATER TABLE | £ - FINE oL - SILT, SILTY o1 - SHELBY TUBE VERY CAN BE CARVED WITH KNIFE. CAN BE EXCAVATED READILY WITH POINT OF PICK. PIECES 1 INCH N AL e
n LI0UID LIMIT i " SOFT OR MORE IN THICKNESS CAN BE BROKEN BY FINGER PRESSURE. CAN BE SCRATCHED READILY BY
T FOSS. - FOSSILIFEROUS SLI. - SLIGHTLY RS - RoCK FINGERNAIL. TOPSOIL (TS.) - SURFACE SOILS USUALLY CONTAINING ORGANIC MATTER.
PLASTIC SEMISOLIDs REGUIRES DRYING TO FRAC. - FRACTURED, FRACTURES TCR - TRICONE REFUSAL RT - RECOMPACTED TRIAXIAL
R::NI?E - WET - W) ATTAIN OPTIMUM MOISTURE FRAGS. - FRAGMENTS @ - MOISTURE CONTENT CBR - CALIFORNIA BEARING FRACTURE SPACING BEDDING BENCH MARK: BL-6; N: 561,102.9, E:1,104,206.8
PLL L PLASTIC LIMIT HL. - HIGHLY V - VERY RATIO TERM SPACING TERM THICKNESS STA. 66+44.64
PMENT T PR T VERY WIDE MORE THAN 10 FEET VERY THICKLY BEDDED 4 FEET N
oM OPTIMUM MOISTURE - MOIST - M) SOLID; AT OR NEAR OPTIMUM MOISTURE EGUI EN USED ON SUBJEC OJEC WIDE 3 T0 1@ FEET THICKLY BEDDED 1.5 - 4 FEET ELEVATION: 1063.27 FEET
st | SHRINKAGE LIMIT DRILL UNITS: ADVANCING T0OLS: HAMMER TYPE: MODERATELY CLOSE 170 3 FEET THINLY BEDDED 0.16 - 1.5 FEET NOTES:
T [] cMe-asc [] cuav ats automatic [ MaNuAL CLOSE 0.6 TO 1 FOOT VERY THINLY BEDDED 2.03 - 0.16 FEET NOTES:
_DRY - @ REQUIRES ADDITIONAL WATER TO ) VERY CLOSE LESS THAN @.16 FEET THICKLY LAMINATED 0.008 - 0.83 FEET FIAD - FILLED IMMEDIATELY AFTER DRILLING
ATTAIN OPTIMUM MOISTURE |:| CME-55 |:| 67 CONTINUDUS FLIGHT AUGER CORE SIZE: THINLY LAMINATED < 0.008 FEET
PLASTICITY [] s HoLLow sucers [Je [ TNDURATION
. : MATERIAL BY CEMENTING, HEAT, PRESSURE, ETC.
LASTICITY INDEX (P11 DRY STRENGTH [] cMe-ss0 [[] wero Facen FinceR BITS [X]n a2 FOR SEDIMENTARY ROCKS, INDURATION |:U ;;ZGH:T:ENLTEGEZ FRE:SIN:MBEROTJES i';al.zz £ ESSURE, ETC
NON PLASTIC 2-5 VERY LOW TUNG.-CARBIDE INSERTS FRIABLE :
SLIGHTLY PLASTIC 6-15 SLIGHT [J vene suean TEST cosivs [ w covencen HAND TOOLS: GENTLE BLOW BY HAMMER DISINTEGRATES SAMPLE.
MODERATELY PLASTIC 16-25 MEDIUM [] ost HoLe oicoer MODERATELY INDURATED GRAINS CAN BE SEPARATED FROM SAMPLE WITH STEEL PROBE;
HIGHLY PLASTIC 26 OR MORE HIGH [] portasLe HoisT TRICONE _ 2% ' STEEL TEETH [ weo eucer BREAKS EASILY WHEN HIT WITH HAMMER.
COLOR DRAG BIT GRAINS ARE DIFFICULT TO SEPARATE WITH STEEL PROBE:
[X] o-se (rER346) coRE 1T E SOUNDING ROD INDURATED DIFFICULT TO BREAK WITH HAMMER.
DESCRIPTIONS MAY INCLUDE COLOR OR COLOR COMBINATIONS (TAN, RED, YELLOW-BROWN, BLUE-GRAY), VANE SHEAR TEST
MODIFIERS SUCH AS LIGHT, DARK, STREAKED, ETC. ARE USED TO DESCRIBE APPEARANCE. 0 3V HOLLOW STEM AUGER O EXTREMELY INDURATED ::;ﬁzE“‘;':E‘ESSB";E;’OSSQE?:‘LTSSD TO BREAK SAMPLE; DATE: 8-15-14
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PROJECT REFERENCE NO. SHEET NO.
NORTH CAROLINA DEPARTMENT OF TRANSPORTATION
DIVISION OF HIGHWAYS
SUPPLEMENTAL LEGEND, GEOLOGICAL STRENGTH INDEX (GSI) TABLES
FROM AASHTO LRFD BRIDGE DESIGN SPECIFICATIONS
AASHTO LRFD Figure 10.4.6.4-1 — Determination of GSI for Jointed Rock Mass (Marinos and Hoek, 2000) AASHTO LRFD Figure 10.4.6.4-2 — Determination of GSI for Tectonically Deformed Heterogeneous Rock Masses (Marinos and Hoek, 2000)
GEOLOGICAL STRENGTH INDEX (GSD FOR GSI FOR HETEROGENEOUS ROCK MASSES SUCH
JOINTED ROCKS (Hoek and Marinos, 2000) 8 - i 3 AS FLYSCH (Marinos. P and Hoek E., 2000)
0 0 0 0
0 c o} ©
From the lithology, structure and surface « a « " « a From a description of the lithology, structure and t; ) $&
conditions of the discontinuities, estimate 35 i 2 2o ac surface conditions (particularly of the bedding o o 285 cOc
the average value of GSI. Do not try to 0 w 5] c - planes), choose a box 1n the chart. Locate the 5 " 0 o = = _&JL._E
be too precise. Quoting a range from 33 2 5 o 8:,. s position 1n the box that corresponds to the condition o o 0 16} 2 So © 5~
to 3_7 1s more realistic than stating that < < o S < of the discontinuities and estimate the average value s e 5 o o ¢ il
GSI = 35, Note that the table does not 2 N ¢ 2 25 of GSI from the contours. Do not attempt to be too < b 0 o5 05 ° =05
apply to structurally controlled failures. ) o 5 55 ) 0 'f 33 37p o e 0 i 0325 So
Where weok plenar structural plenes are 8 0 © 8w 0g, | Precise uoting a range from to 1s more L o o 2 Py o 3 069
present 1N an Unfavorable orientation z [0 0] z N zC reallstlc than glVlng GSI - 35. Note that the E 8 "n = < 0] o) o O ¢ c
with respect to the excavation face, ) S S = SET P Hoek-Brown criterion does not apply to structurally w DO c 5 z ° 5 < og & oo
these will dominate the rock mass 5 P 9 T]‘:Jntn The =3 controlled failures. Where unfavourably oriented 5 0 7P o o E;LE c 228
behaviour. The shear strength of surfaces - @ z 20 98 o 9o continuous weak planar discontinuities are present, L & 5 o Eo ° 5 & °
In rocks f:atf-arﬁ prone to de‘iemo"atlon o < =y °% 'C.p? 'C”g“ these will dominate the behaviour of the rock mass. ow = . z 572 w " -3
ZZn?cel;?csulllobe Creadnu?:isd ITF mwool‘feufrles 8 ht *z L Vo™ i The strength of some rock masses 1s reduced by the 3=t o) o 9o 20 L
present. When working with rocks 1n the O 8_8“ o 88 s 85 %Ep presence of groundwater and this can be allowed for o2 9 = 0 ke g o 370 OS %_c+>
fair to very poor categories, a shift to w o 3 i - gg—j‘ o QL.C-) by a slight shift to the right in the columns for faur, Wi g o0 n S Q%C 38 BL'C_)
the right may be made for wet conditions. b ©¢ <8 So 00 & 5a poor and very poor conditions. Water pressure does %% o © H ' o 10 "% EGEJ a -4
Water preslsure 1s dealt with by effective & E 2 8 o @ 83’) % ‘(‘S_C © E-: Jé_c not change the value of GSI and 1t 1s dealt with by Iﬁ:l- O 8 E 0 81.._ ¥ % —(‘3%’ %ﬂ E-: 8_(:
stress analysis. ) W o ©05 I EX o Wt using effective stress analysis. 5Lk W C o5 < 0 O S0« w o
%) > > oax o Lo awnzo S0n= oo > 5 o0 w o= a v 0u >0z
STRUCTURE DECREASING SURFACE QUALITY == COMPOSITION AND STRUCTURE
INTACT OR MASSIVE - intoct /
A, /hick bedlded, very blocky sondstone
ook spremers o e e L% vA | na | TEETCTR 76
plones 1s mirimize e conlinement o.
discontinuities ﬁ 4 N the rock mass, In 5/9:///0;/ turnels or slopes A
O 80 "] these bedding planes moy cause structurally
| = controlled instobility. 60
BLOCKY - well interlocked un- o /
disturbed rock mass consistin X 70
of cubical blocks formed by three S
intersecting discontinuity sets o B, Sona-  BEFS A C. Sond- D. Si/2stone 9//7//”///,; E. Heok 50
w 60 stone with /;3/; stone and or silty shale ///';7/'//6 s1/ts tone
o Z| thir inter- %’j s1/ts tone with sand- .'//47'}//'¢ or cloyey B C D E
loyers of | ‘% 1 similor stone Joyers 27’//'/,/;4 shole wrth
VERY BlliocclfY - lbntderlOCked’ h % 50 s1/ts tone 7/" amounts %4/%/’ sands tone 40
pertially disturobed mass wit = L LD [ayers
multi-faceted angular blocks X /
formed by 4 or more joint sets s
_
o 40 & /
[T C.D.E,and G - may be more or 4 I F. /ecz /1y deformed,
. BLOCKY/DISTURBED/SEAMY - = less folded than 1llustrated but F 7 ,nt:,‘;,i:/caféa/;//a/;z;tsd 30
folded with lar block z y )
1, olded with anguler OCKS = this does not change the strength. sheared cloyey shole or siltstone =
AN formed by many i1ntersecting o Tectonic deformation, faulting and | with broken ond deformed
(] discontinuity sets. Persistence = loss of continuity moves these 7| sonchtone layers formng on
R of beddlr‘\g planes or SChlStOSl‘tg e /30 cotegories to F and H. Sl 5/most chaotic structure 20
<
/
ui
DISINTEGRATED - poorly inter- 5 /
loft::ed' IleaVIIHFbFOke? IAOde mass g 20 %% G, Undisturbed silty {/} / H. Jectorncally deformed silty
with mixture of angular an ?’/Jf/;‘é or clayey shale with /// | or cloyey stele forming o 10
rounded rock pieces 5:/4/}/,% or without a few very 7 /////g chootic structure with pockets H
?%% thin sendstone layers 7 ////«’/ //‘ of cloy. Thin loyers of
7 ZZ %) VI sondstone ore tronsformed
10 KSCE) ‘A"/A mnto small rock preces.
LAMINATED/SHEARED - Lack of
blockiness due to close spacing N/A N/A
of weak Schlstosrtg or shear planes — &> Meoans deformation after tectonic disturbance
DATE: 8-13-16
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CROSS SECTION THROUGH END BENT 1 AT STA 2o+52 —RP_ F— lgrgcon
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o, | T
"""""""""""""""""""""""""""""""""""""""""""""" ‘_ ////
(:>_ -
,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,, ,,,_,_] N, //1050
e F\"ES/DUAL ; i RED BROWN | | | | | | |
Z,efff,,AND,,MA/?OON,,BROWN,,ST/FF,‘ y 70 VERY STIFF, o o
- MOIST, SILTY CLAY Q—3 (A§—7—6)‘ ‘
2 R S 1040 .
‘ RED BROWN AND GRAY LOOSE TO \/ERY DENSE Q— MO/ST S/LTY ‘ ‘ ‘ ‘ ‘ ‘ ‘
"""""""""""""""""""""""" 0—
FINE TO COARSE SAND,  (5—ti  WITH TRACE OF MICA TO HIGHLY MICACEOUS (A-2-4, A-2-5) | | ; | | |
o o L e o g B ] S o o o S . S S O R S SO S S 1030
o . 1 e
'''''''''''''''''''''''''''''''''''''''''''''''''' @ —’Rof”’(’BIO—TEE”’/’iE//: ' AVRV i
—_————— e ——— R =T —/ | S) | | | | | | | | | |
oo .. WEATHERED J—— N7 ;—’;’7//////////7—5 ,,,,,,,,, GNEIS ,,,,,  CAVED DRY S S S S o o S 1020
== s s = =G0/ 0.0 ) = | ~ (BIOTITE | | @ 27.3 | | | | | | | | |
/ /// /// ///A ///g ///7 / S fROCKf | | | | | | 06/1"7 | | | | | : : : : :
,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,, CRYSTALL/NEAR
CAVED DRY ‘ ‘ ‘ ‘ ‘ ‘ ‘ ‘ ‘ ‘ ‘ ‘

3 3 3 3 3 | | | 3 @ 32.5° 3 3 3 3 3 3 3 3 3 3 3 3 3 3 3 3 3 3 3
OO R S S AR R R 0BT R e S R R o R o B RRER AR R e S R R -0
o w
B - o - o - - - S o - - - o - TYPICALSKEWANGLE120°1359"(TANGENTTOCURVE) """""""
o 3 3 3 3 3 3 3 3 3 3 3 3 3 3 3 3 3 3 ‘ NOTE: INFERRED STRATIGRAPHY IS DRAWN THROUGH .
AR @‘P’O'ADW'AY'EMBANKMENT'”RED”B’ROWN”AND”DAR'K'”"';’"”"”}"”"”‘; """"" e SR S B B S ; """"" - THE BORINGS AND PROJECTED ON TO THE CROSS |

: 3 - MAROON-BROWN, MEDIUM STIFF TO STIFF, : : : : : : : : : : - SECTION. GROUND LINE TAKEN FROM PROVIDED
. MOIST, SILTY CLAY WITH LITTLE MICA (A-7=6) S o S SN AN S S ~ TINFILE i4729_Is_tin.tin (DATED 04/19/2017) S
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DocusSign Envelope ID: CLAAE87D-7C37-40B2-B732-E5A451A2739A
. . . . . . . 0 10 20 PROJECT REFERENCE NO. SHEET NO.
: : : : : : : : : : : e — 1-4729 5
,,,,,,,, T S S S T SR S S A S S S R S S S . S S S T e
| | | | | | | | | | 3 3 3 3 'Il'erracon
s s s s s s s s s CROSS SECTION THROUGH BENT 1 AT STA 21+43 RP F—‘ | | | | i ot mENTHO0D RoAD ST 17
S0 OSSOSO SRS OO0 UOPSUTRE SUNNU UOTOOO0% VOTSNNNN SOOUUOO UOTOPOO0 FUNUUNNLSOTRUUOO OPPTRNI SO HOUOOOOS SUTNINS ~ZNo0s UOTPPOO% HUNNUNND SUUTOOOs VOTSUURE SO UOUOOOOo AUSNNNEL OO SOSOOOOS SRS OO D B o
'''''''''''''''''''''''''''''''''''''''''''''''''''''''''''''''''''''''''''''''''''''''''''''''' B-A BB
_ 21+59 21+25
1060 14" LT 3UVRT 1060
'''''''''''''''''''''' EXISTINGGROUND\' B S e e S S L S
050 ROADWAY EMBANKMENT RED BROWN '''''''''''''''''''''''''''''''''''''''''''''''''''''''''''' 1030
L MOSTFINE SANDY CLAY 48 WITH LENSES Gy N OF Fme_ =T ,s /,LT,Y,,,C,LAX,,(A,,Z,@) ,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,
SANDYS/LT
0N e yEDue SR N 040
RESIDUAL, DARK RED BROWN ‘—
B N S N R R R =TT @D To COMRSE SMD (24 o
: ‘ ‘ ‘ ‘ ‘ iBROWN.%MED/U/jM ST/F?F. ‘ ‘ ‘ ‘ ‘ ‘ ‘ S S S S S ‘ ‘ ‘

. . . . . . . . . . . . ’ , . . ] . 7/// /// /// /// .
020 T A S S S - S 3 3 | 3 3 e 3 | 3 ,,,,CRYSTALL/NE,rVROCKVVVV(B/OT/TEVVVGNE/SS}? ,,,,,,,,, 1020
| | S S S S S S S S < A | $ - i | 3 | | 3 FRESH TO VERY SLIGHT | | |
: : : : : : : : : : : AND : : : ‘ ‘ : ‘ / 1007 v WEATHERING HARD TO : : : :
R RIEITRIE RTINS R e s ~ OLIVE-GREEN, WHITE, BROWN _ —— 3 3 3 1 j ROD = 97% §F  VERY HARD WHITE, GRAY SRR S A
| | e | | | \ | | ¥Z  AMD BLACK CRYSTALLINE | | |
: : : ‘ ‘ ‘ ‘ ‘ : : : : : ‘ » ROCK (BIOTITE GNEISS) ‘ 1 1 1
o0 S S S o WEATHEREQQ ,,,,,,,,, T e S . S B ;BTrrrW/THVCELOSETOVMODERATELY ,,,,,,, S S oo
| | | | | | | | | | | | | | | | | | | | | | CLOSE FRACTURE SPACING | | |

FIAD

,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,, 06/17”ﬂﬂﬂﬂﬂ”ﬂﬂﬂﬂ””ﬂﬂﬂﬂ”ﬂﬂﬂﬂﬂ”ﬂﬂﬂﬂ””ﬂﬂﬂﬂ”ﬂﬂﬂﬂﬂ”ﬂﬂﬂﬂ””ﬂﬂﬂﬂ”ﬂﬂﬂﬂ””ﬂﬂﬂﬂ””ﬂﬂﬂﬂ”ﬂﬂﬂﬂ””ﬂﬂﬂﬂ””ﬂﬂﬂﬂ”ﬂﬂﬂ
A N WO N O O S U T T O O U O O U VO U U WO WO WS WO WO WO
B - o - o - - - S o - - - o - TYPICALSKEWANGLE128°1816"(TANGENTTOCURVE) """"""
-w ... NOTE: INFERRED STRATIGRAPHY IS DRAWN THROUGH | o
R B o o o S S S SRR SR SRR SR S B o o . S o ' THE BORINGS AND PROJECTED ON TO THE CROSS

| | | | | | | | | | | | | | | | | | | | | ~ SECTION. GROUND LINE TAKEN FROM PROVIDED
T R — . — o o — . o R —— S — o — - TIN FILE i4729_ls_tin.tin (DATED 04/19/2017) o
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DocusSign Envelope ID: CIAAE87D-7C37-40B2-B732-E5A451A2739A

. . . . . . . . . . . . . . . . . . . . 0 10 20 PROJECT REFERENCE NO. SHEET NO.

| | | | | | | | | | | | | | | | | | | | e —— [—4729 3
,,,,,,,, 7570 65 e 55 50 45 40 3% 3 25 20 G5 W0 5 0 5 0 15 20 25 3 3% e

B | — Tlerracon

CROSS SECTlON THROUGH END BENT 2 AT STA 22 +47 —RP F— Consuling Engincers & Scieiist

/050 ,,,,,,,,, ,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,, @_ ,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,, 1050
""""""""""""""""""""""""""""""""""""""""""""""""""""""""""""""""

| RESIDUAL, BROWN B)— 70 ORANGE—BROWN AND WH/TE, }LOOSE} 70 DENSE ‘— MOIST, SILTY | |
o0 - O VTR DO SOOI SO B S e
ffffffffffffffffffffffffffffffffffffffffffffffffffffffffffffffffffffffffffffffffffffffffffffffffffffffffffffffffffffff %:F/NEmcmgSANDW/THTRACEOFWCATOC | HGRY MCACEOUS
030y ,,,,,,,,, 3,,,,,,,,,(A,,274,,A,,2,,5) ,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,, 1030
rrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrrr —///H/// ///
R S R S S S xS - B T T,,,Bﬁﬂ? = =/ =" U7 CAVEDODRY

—————————— - _ =7 /1// - GNE'SS) | | - @17.0" | | | |
_____WEAT/iE/ED L //// =7/ = (B,oﬂTE ‘ 05/17
"""""""""""""""""""""""""""""""""""""""""""""""""" /““’///'““///"“’// — /// ROCK
_ | CRYSTALLINE AR |
O S IO ST NV vy N N VAU SV VUL S S CA\,/,ED,,,DRY ,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,, 100
@ 21.5

| | | | | | | | | | | | - 050 | | | | | | | | | | | | | | | |

""""" """"" """"" """"" """"" """"" """"" """"" """"" """"" """"" """"" """"" """"" """"" *'TYPICAL'SKEW’ANGLE'1’3’7°3’1'3’1""(TANGEN’T’TO'CUR’VE)f """""
o § § § § § § § § § § - | | | | | | - NOTE: INFERRED STRATIGRAPHY IS DRAWN THROUGH

R S S o o B o B e S R R R o S o - THE BORINGS AND PROJECTED ON TO THE CROSS

: : : : : : : : : : : : : : : : : : : : : - SECTION. GROUND LINE TAKEN FROM PROVIDED
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NCDOT BORE SINGLE 14729 _GEO 126&US74 INTERCHANGE.GPJ NC_DOT.GDT 6/30/17

lerracon

Consulting Engineers & Scientists

n Envelope ID: CLAAE87D-7C37-40B2-B732-E5A451A2739A

GEOTECHNICAL BORING REPORT

BORE LOG

WBS 34243.1.2

| TP 1-4720A

| counTy PoLK

| GEOLOGIST WERITZ, M. A.

SITE DESCRIPTION BRIDGE OVER [-26 (-EL-) ON RAMP (-RP_F-) BETWEEN U.S. 74 AND 1-26

GROUND WTR (ft)

BORING NO. EB1-A RPF

STATION 20+89

OFFSET 9ftLT

ALIGNMENT -RPF- OHR. Caved

COLLARELEV. 1,057.0 ft

TOTAL DEPTH 37.3ft

NORTHING 560,933

EASTING 1,042,335 24 HR. FIAD

DRILL RIGIHAMMER EFF./DATE TER346 DIEDRICH D-50 90% 03/10/2017

| DRILL METHOD H.S. Augers

HAMMER TYPE  Automatic

DRILLER EKLUND, M. A.

START DATE 06/06/17

COMP. DATE 06/06/17

| SURFACE WATER DEPTH N/A

DRIVE BLOW COUNT BLOWS PER FOOT SAMP. L
E'(-f'f)v ELEV DE(%T H \ o SOIL AND ROCK DESCRIPTION
(f) 0.5ft | 05ft | 0.5ft | |0 P 0 P 100 | NO. |/mol| G | Etev. DEPTH (ft)
1060 |
T [ 1.057.0 PAVEMENT SURFACE 0.0
1056001 10 1. _ _ _ [ PAVEMENT 15
1055 T 10 | 4 5 5 M (5" ASPHALT, 13" BASE STONE) /]
10sa5t ac A A . . I ROADWAY EMBANKMENT
T 3 5 = N | . - M = RED-BROWN AND DARK
Lol an D Gl - - L MAROON-BROWN, SILTY CLAYEY, WITH
ST RN - - L LITTLE MICA
1050 i 4 5 7 L M-
10485T 85 W - - - L
] S A e : : : SS-34| 31% |
- B \, - - - - - |_
1045 N : .‘ - ' ' ' |I:
104351 135 I T - - - - 14.0
] 212 4| w : : : Ml RESIDUAL
i Ao . . . ORANGE-BROWN TO BROWN, SILTY
1040 ] \ FINE TO COARSE SAND, HIGHLY
1.0385T 185 b - - - - MICACEOUS
E 5 5 6 - *1-1- - - - M
1035 ] o ' ' '
10335T 235 / c T - - -
3 3| 3| 2 ‘5- - - - - M
1030 ] '\\' - . . '
10285T 285 - \ - - - -
- 5 5 4 " - - - M
_ ) - - - -
10251, et 205 t
- 4 4 5 “&o° - - - M
| S U A P 35.0
] i _ - WEATHERED ROCK
10201 4 n1q 2L 272 (BIOTITE GNEISS) 373
] 60/0.0 60/0.0 = Boring Terminated WITH STANDARD

PENETRATION TEST REFUSAL at
Elevation 1,019.7 ft ON CRYSTALLINE
ROCK (BIOTITE GNEISS)

0 HR. WATER LEVEL CAVED DRY AT
32.5

NCDOT BORE SINGLE 14729 _GEO 126&US74 INTERCHANGE.GPJ NC_DOT.GDT 6/30/17

GEOTECHNICAL BORING REPORT

BORE LOG

SHEET 7 OF 14

WBS 34243.1.2

| TP 1-4720A

| counTy PoLK

| GEOLOGIST WERITZ, M. A.

SITE DESCRIPTION BRIDGE OVER [-26 (-EL-) ON RAMP (-RP_F-) BETWEEN U.S. 74 AND 1-26

GROUND WTR (ft)

BORING NO. EB1-B RPF

STATION 20+63

OFFSET 35ftRT

ALIGNMENT -RPF- O HR. Caved

COLLARELEV. 1,058.5 ft

TOTAL DEPTH 32.0 ft

NORTHING 560,972

EASTING 1,042,300 24 HR. FIAD

DRILL RIGIHAMMER EFF./DATE TER346 DIEDRICH D-50 90% 03/10/2017

| DRILL METHOD H.S.

Augers HAMMER TYPE  Automatic

DRILLER EKLUND, M. A.

START DATE 06/06/17

COMP. DATE 06/06/17

| SURFACE WATER DEPTH N/A

DRIVE BLOW COUNT BLOWS PER FOOT SAMP. L
E'(-f'f)v ELEV DE(%T H o » 0 5 100 v o SOIL AND ROCK DESCRIPTION
(f 0.5ft | 0.5ft | 0.5ft i . . NO. I/moll G | ELEV. (f) DEPTH (f)
1060 L
+ L 1,058.5 PAVEMENT SURFACE 0.0
10575F 10 T - I PAVEMENT 15
+ 13 | 8 4 . *iz' M - (5" ASPHALT, 13"BASE COURSE
1055]10550f 35 _ §_ RISE;?DTJ?\L
1 5 6 8 L. ; M |
B : _tl‘{ N RED-BROWN AND MAROON-BROWN,
T R R . * . " N SILTY CLAY
I . 3 NI
10501 0500 85 \ \_
T N B R I Y M §_
1 S N
I b N
1045] 1 0450] 135 } \_
1 5 6 8 Y 7 SS-33| 28% §_
1 Sl NN 10425 _ __ _ ___ ___ 160
+ Ty T ORANGE-BROWN TO RED-BROWN,
1040 + - SILTY FINE TO COARSE SAND, HIGHLY
1,040 n__ 185 Z 3 z . L — MICACEOUS
@5 M
<4 - . \.\, - - - .
1 - -\\\-- - 035 _________________ 220
1 - TN GRAY, SILTY FINE TO COARSE SAND
1035|171 0350] 235 - > < WITH TRACE OF MICA
<+ - - "60 M
-+ - / -
4 R G
1 s
1030|10300] 285 //
. 101 10} 23 @33 - | - - s - M 1.0285 300
. ST T WEATHERED ROCK
1026 5T 320 LY ¢ 1,026.5 (BIOTITE GNEISS) 32.0
60/0.0 60/0.0

|||||||||v§

Boring Terminated WITH STANDARD
PENETRATION TEST REFUSAL at
Elevation 1,026.5 ft ON CRYSTALLINE
ROCK (BIOTITE GNEISS)

0 HR. WATER LEVEL CAVED DRY AT
27.3
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NCDOT BORE SINGLE 14729 _GEO 126&US74 INTERCHANGE.GPJ NC_DOT.GDT 6/30/17

Tlerracon GEOTECHNICAL BORING REPORT

Consulting Engineers & Scientists

BORE LOG

SHEET 8 OF 14

WBS 34243.1.2 | TIP 1-4729A | COUNTY POLK | GEOLOGIST WERITZ, M. A.
SITE DESCRIPTION BRIDGE OVER I1-26 (-EL-) ON RAMP (-RP_F-) BETWEEN U.S. 74 AND [-26 GROUND WTR (ft)
BORING NO. B1-A RPF STATION 21+59 OFFSET 14 ftLT ALIGNMENT -RPF- O HR. N/A
COLLARELEV. 1,053.2ft TOTAL DEPTH 41.8 ft NORTHING 560,865 EASTING 1,042,325 24 HR. FIAD
DRILL RIGIHAMMER EFF./DATE TER346 DIEDRICH D-50 90% 03/10/2017 | DRILL METHOD  Wash Boring HAMMER TYPE  Automatic
DRILLER EKLUND, M. A. START DATE 06/02/17 COMP. DATE 06/02/17 | SURFACE WATER DEPTH N/A
DRIVE BLOW COUNT BLOWS PER FOOT SAMP. L
E'(-f'f)v ELEV DE(%T H o ) o o0 v o SOIL AND ROCK DESCRIPTION
(ft) 0.5ft | 0.5ft | 0.5ft o 9 B 1 NO. /Mol G | ELev. DEPTH (it
1055 |
T C 10532 GROUND SURFACE 0.0
10522] 10 T N ROADWAY EMBANKMENT
T 7| 4 | 4 -+a : VINEXA RED-BROWN, FINE SANDY CLAY WITH
1050 010 2k 35 t\_ LENSES OF FINE SANDY SILT
I N EIE MON
104721 60 o LN
2 | 2 | 2 M I
1045 1 4. NE
1,044 7 85 | N—
] > 111 21|l -- L
] | LB MIN
] . . L Ny 1,042.2 11.0
] T i RESIDUAL
1040| 1 yag 2L 125 | §_ BROWN, FINE SILTY CLAY
] 3 ) 5 - +9- MNJ
- - - - \_
] j,’j : [ 10362 _ _ _ _ _ _ _ __ ________ 110
1035| 1 has 2l 185 ’ BROWN, FINE SANDY SILT
] 5 | 3 | 3 ¥ M
] 1
10301 1 ppg 7+ 235 1|
] 3| 3 | 3 # M
] ]-
1025) 1 poa 7+ 285 :
] 2 | 2 | 3 * M
J | .
1020 ] -
10197+ 335 }
i 2 1 3 F YR M
] NS wir2 _ _ _ _ _ _ _ _ _ __ _ _ _ ___ 360
] LN OLIVE-GREEN AND WHITE, SILTY FINE
1015 1 0142l ags ~ TO COARSE SAND
] 3 9 21 T@se | Tl M 1,013.2 40.0
] T L oiie WEATHERED ROCK e
101147 418 500 0/0.0% M N (BIOTITE GNEISS) —=

Boring Terminated at Elevation 1,011.4 ft IN
WEATHERED ROCK ((BIOTITE GNEISS)
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NCDOT BORE SINGLE 14729 _GEO 126&US74 INTERCHANGE.GPJ NC_DOT.GDT 6/30/17

lerracon

Consulting Engineers & Scientists

BORE LOG

GEOTECHNICAL BORING REPORT

WBS 34243.1.2 |TIP 1-4729A |COUNTY POLK

| GEOLOGIST WERITZ, M. A.

SITE DESCRIPTION BRIDGE OVER [-26 (-EL-) ON RAMP (-RP_F-) BETWEEN U.S. 74 AND 1-26

GROUND WTR (ft)

BORING NO. B1-B RPF STATION 21+25 OFFSET 31ftRT ALIGNMENT -RPF- O HR. N/A
COLLARELEV. 1,055.3ft TOTAL DEPTH 43.4 ft NORTHING 560,908 EASTING 1,042,287 24 HR. 17.3
DRILL RIGIHAMMER EFF./DATE TER346 DIEDRICH D-50 90% 03/10/2017 DRILL METHOD Wash Borin HAMMER TYPE Automatic
g
DRILLER EKLUND, M. A. START DATE 06/01/17 COMP. DATE 06/02/17 | SURFACE WATER DEPTH N/A
DRIVE BLOW COUNT BLOWS PER FOOT SAMP. L
E'(-f'f)v ELEV DE(%T H o ) o o0 v o SOIL AND ROCK DESCRIPTION
(ft) 0.5ft | 0.5ft | 0.5ft o 9 B 1 NO. /Mol G | ELev. DEPTH (i)
1060
1055 T 1,055.3 GROUND SURFACE 0.0
10543 10 f DARK RED-BROWN, SILTY CLAY
T 3 4 4 j*'g ) i i i SS-30| 27%
10518+ 35 ) 3 3 I - - -
1050 T *6' ) ' ' ' M
1,049 3] 60 N i i i
T 5 5 8 e i i i M
10468+ 85 T T = - ./ - - - - -
1045 I "|9' ) ) ) M
I L ) ) )
104181 135 5 T < i R R .
1040 I . ‘.‘10 ' ' ' M
I A ) ) )
10368+ 185 - ‘ - - - -
I 3|6 12| *18 - - - M 10858 _ _ _ _________ __ ___ 195
1035 4 BROWN, WHITE AND BLACK, SILTY
1 Y - - - FINE TO COARSE SAND
romeloas] 1| e : ) )
1030 T . S22 ) ) M
T - - ' - - I 1,027.3 28.0
10268285 L | e It ik o %— WEATHERED ROCK
1025 I . R R 100/0.89 T (BIOTITE GNEISS)
1.0040] 313 . } } } %’ 1,024.0 313
T 60/0.0 ) ) ~60/0.0 :\,’9/_ CRYSTALLINE ROCK
1 ) ) o r~ (BOITITE GNEISS)
1020 T - - - RS-1, ;‘.’/é'
1 . . . ‘.//; L
T e : 2
1~
1015 I ' ' ' "\’/'7 N
1~
T e : 2
RS-2 I 10110 43.4
1 L Boring Terminated at Elevation 1,011.9 ft IN
4 L CRYSTALLINE ROCK ((BIOTITE GNEISS)
I i 1) Advanced 2-15/16 Tricone to 31.3'
+ - 2) Advanced NW Casing to 31.3', Total
+ - 33.0'
-+ = 3) Creek Water Used for Drilling Fluid
T o 4) Advanced NQ2 Core From 31.3' to 43.4'

NCDOT CORE SINGLE 14729 GEO _126&US74 INTERCHANGE.GPJ NC_DOT.GDT 6/30/17

GEOTECHNICAL BORING REPORT
CORE LOG

SHEET 9 OF 14

WBS N/A | TIP [-4729A | COUNTY POLK | GEOLOGIST WERITZ, M. A.

SITE DESCRIPTION BRIDGE OVER [-26 (-EL-) ON RAMP (-RP_F-) BETWEEN U.S. 74 AND 1-26 GROUND WTR (ft)
BORING NO. B1-B RPF STATION 21+25 OFFSET 31ftRT ALIGNMENT -RPF- O HR. N/A
COLLARELEV. 1,055.3ft TOTAL DEPTH 43.4ft NORTHING 560,908 EASTING 1,042,287 24 HR. 17.3

DRILL RIGIHAMMER EFF./DATE TER346 DIEDRICH D-50 90% 03/10/2017 DRILL METHOD  Wash Boring

HAMMER TYPE  Automatic

DRILLER EKLUND, M. A.

START DATE 06/01/17

COMP. DATE 06/02/17

| SURFACE WATER DEPTH N/A

CORE SIZE NQ2 TOTAL RUN 12.1ft
RUN DRILL RUN STRATA | |
E'(-f'f)v ELEV DE(%T H R(lfi)N RATE [ RECTROD Sﬁ'\o"P' RECTRD o DESCRIPTION AND REMARKS
(ft) (Min/ft) | o % ) % % | G| ELEV. () DEPTH (ft)
1024.02 Begin Coring @ 31.3 ft
10240] 313 | 35 [2:451.0[ (35) | (3.1) 12.1)[(11.7) g//,_ 1,024.0 CRYSTALLINE ROCK 31.3
1 2:37/1.0 | 100%| 89% 100%| 97% =] FRESH TO VERY SLIGHT WEATHERING HARD TO MODERATELY
1,020.54 34.8 2:471.0 RS-1 - HARD
1020 === 28 ML @8 | @9 v - WHITE, GRAY AND BLACK CRYSTALLINE ROCK (BIOTITE GNEISS)
1 %;ggg.o 100%I 1009 = CLOSE TO MODERATELY CLOSE FRACTURE SPACING
1 50710 s WITH 10 JOINTS AT 15°-20°
T 1:50/1.0 oz RMR= 58-64
1015 1,015.74 39.6 1:30/0.8 ?’Taﬁ— GSI=75-85
- 3.8 | 2:36/1.0| (3:8) [ (3-8) I
1 2130/1.0 [ 100%| 100% o
+ 2:40/1.0 =
1,011.91 434 1:54/0.8 RS-2 T A, 1,011.9 43.4
Boring Terminated at Elevation 1,011.9 ft IN CRYSTALLINE ROCK
((BIOTITE GNEISS)

1) Advanced 2-15/16 Tricone to 31.3'
2) Advanced NW Casing to 31.3', Total 33.0'
3) Creek Water Used for Drilling Fluid
4) Advanced NQ2 Core From 31.3' to 43.4'




DocuSign Envelope ID: CIAAE87D-7C37-40B2-B732-E5A451A2739A
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34243.1.2 (1-4729A)
BRIDGE OVER I-26 (-EL-) ON RAMP (-RP_F-) BETWEEN US-74 AND I-26

CORE PHOTOGRAPHS
B1-B

BOX 1: 31.3-39.6 FEET

é . :
>_<'.-'J/.‘rb.r('~ p o » L +

-

"% v
 — T s i e = Rs-l 33.7'-34.4l *

" g n

FEET

BOX 2: 39.6-43.4 FEET

3 ® i ~ 0“; P D
¥ RS-2 42.4'-43.2' ¥

FEET
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lerracon GEOTECHNICAL BORING REPORT GEOTECHNICAL BORING REPORT SHEET 11 OF 14
Consulting Engineers & Scientists BORE LOG BORE LOG

WBS 34243.1.2 | TIP 1-4729A | COUNTY POLK | GEOLOGIST WERITZ, M. A, WBS 34243.1.2 | TIP I-4729A | COUNTY POLK | GEOLOGIST WERITZ, M. A,
SITE DESCRIPTION BRIDGE OVER I-26 (-EL-) ON RAMP (-RP_F-) BETWEEN U.S. 74 AND I-26 GROUND WTR (ft) SITE DESCRIPTION BRIDGE OVER I-26 (-EL-) ON RAMP (-RP_F-) BETWEEN U.S. 74 AND I-26 GROUND WTR (ft)
BORING NO. EB2-A RPF STATION 22+45 OFFSET 16ftLT ALIGNMENT -RPF- OHR. Dry BORING NO. EB2-B RPF STATION 21+99 OFFSET 21 ftRT ALIGNMENT -RPF- OHR. Dry
COLLAR ELEV. 1,049.8 ft TOTAL DEPTH 33.8ft NORTHING 560,781 EASTING 1,042,319 24 HR. Caved COLLARELEV. 1,052.8 ft TOTAL DEPTH 25.9 ft NORTHING 560,830 EASTING 1,042,300 24 HR. Caved
DRILL RIGHAMMER EFF./DATE  TER346 DIEDRICH D-50 90% 03/10/2017 | DRILL METHOD H.S. Augers HAMMER TYPE  Automatic DRILL RIGHAMMER EFF./DATE  TER346 DIEDRICH D-50 90% 03/10/2017 | DRILL METHOD H.S. Augers HAMMER TYPE  Automatic
DRILLER EKLUND, M. A. START DATE 05/31/17 COMP. DATE 05/31/17 | SURFACE WATER DEPTH N/A DRILLER EKLUND, M. A. START DATE 05/31/17 COMP. DATE 05/31/17 | SURFACE WATER DEPTH N/A
DRIVE BLOW COUNT BLOWS PER FOOT SAMP. L DRIVE BLOW COUNT BLOWS PER FOOT SAMP. L
E(Lf'f)v ELEV DE(%T H v o SOIL AND ROCK DESCRIPTION E(Lf'f)v ELEV DE(%T H v o SOIL AND ROCK DESCRIPTION
(ft) 0.5ft | 0.5ft | 0.5ft | |0 P %0 [ 100 | NO. |/mol| G | Etev. DEPTH (i) (f 0.5ft | 0.5ft | 05ft | |0 B 50 A 100 | NO. /voll 6 | etev.m DEPTH (it
1050 | 1,049.8 GROUND SURFACE 0.0 1055 -
104881 10 T - - - 3 RESIDUAL 1 L
I 3 3 q &7 - - - M BROWN, SILTY FINE SAND, HIGHLY 1 - 1.052.8 GROUND SURFACE 24
L oasat as h g . - - MICACEOUS 105181 10 T - o —toue ROADWAY EMBANKMENT -
105 1K 3 3 3 _+ﬁ. . . . " 1050 I 3 2 3 +5. ; M \ AGGREGATE BASE COURSE STONE |
T 10493 35 T RESIDUAL
L0438F 60 4 - 11— 17 - - - T 3| 2| 3 . M BROWN TO ORANGE-BROWN, SILTY
T +5' - - - - - M sl 60 : FINE SAND, HIGHLY MICACEOUS
10415f 85 AN I : T R RS y
1040 T 3 3 3 _+ﬁ M 1045 T ’
1 . R R R 1.044 '2__ 85 _' i
T } o : : : T 1 3 3 +6 M
1,0363T 135 |- ) ) ) I [
1035 I 3 2 3 @5 M 1040 I |
T Lo - - - 103937 135 ) ) 5 |-
1 1 . . . s 5. M
1,0313T 185 3 3 3 [ ) ) ) T P
10353 175
1030 T Y M 1035 3T 3 5 3 15 "
4 .l P - - - 4 O - -
1,026 3] 235 [ ) ) ) I ':\\':
1025 I 4 2 3 || és M 1030 N AN
1 AN R R 1,029 3] 235 1T 3 N RN w0288 o
1 N S - - 1 R VLSO R M [ 1,027.8 ~ WHITE, GRAY AND BLACK, SILTY FINE _ 25.0
10213 285 C \\' st - - 10269+ 259 =500 — oo 1.0269 \ TO COARSE SAND WITH TRAE OF MICA/— 259
1020 it I B ] c . ... . - " : : WEATHERED ROCK
-+ | 3 a10 (BIOTITE GNEISS)
T DI ettt Rtuniuninte onuninin WEATHERED ROCK ' Boring Terminated WITH STANDARD
PENETRATION TEST REFUSAL at
T B~ Te03 R BN ER R (BIOTITE GNEISS) 33.8 Elevation 1,026.9 ft ON CRYSTALLINE
50/0.0 10008 Boring Terminated WITH STANDARD ROCK (BIOTITE GNEISS)

PENETRATION TEST REFUSAL at
Elevation 1,016.0 ft ON CRYSTALLINE 24 HR. WATER LEVEL CAVED DRY AT
ROCK (BIOTITE GNEISS) 17.0'

24 HR. WATER LEVEL CAVED DRY AT
27.5'

IR NS S S U NS N U S U SN S SN UR T SN T S B
T r r+rf5r+tt+t+r+r 75+ @+ +tTF &P ryfp+rtrrrrrrrtrrrrrrrtrrrrrrrrrrr
PRSI ST S WU S U S WU SR NS ST ST SR U S SNSRI NSNS RS S
—+—+—+—
IIII'IIII'IIII'IIII'IIII'IIII'IIII'IIII'IIII'IIII'I

NCDOT BORE SINGLE 14729 _GEO 126&US74 INTERCHANGE.GPJ NC_DOT.GDT 6/30/17
NCDOT BORE SINGLE 14729 _GEO 126&US74 INTERCHANGE.GPJ NC_DOT.GDT 6/30/17
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LABORATORY TESTING SUMMARY

PROJECT NUMBER: 34243.1.2 TIP: I-4729A COUNTY: POLK

DESCRIPTION: 1-26 / US 74 Interchange - Bridge over I-26 (-EL-) on Ramp (-RP_F-) between US 74 and |-26

Depth % by Weight % % Passing (sieves) Ave. Wet Shear Strength Values

: : Offset AASHTO : : % : Total o Effective Effective

Sample No.| Alignment Station Interval L.L. P.L Coarse ) . Retained % Moisture . Unit Wt. i Total Friction ! S
(feet) Class. Fine Sand Silt Clay . #10 #40 #200 Organic Cohesion Cohesion Friction

(feet) Sand #4 Sieve (pcf) (osf) (4) (osf) (@)

SS-30 -RP_F- 21+25 31'RT 1.0-25 | A-7-6(28) 63 40 18.1 13.5 7.9 60.5 0 100 89 70 27.0 N/D N/D N/D N/D N/D N/D

SS-33 -RP_F- 20+63 35'RT 13.5-15.0' [ A-7-5(27) 75 40 23.9 11.4 7.5 57.2 0 100 83 66 27.6 N/D N/D N/D N/D N/D N/D

SS-34 -RP_F- 20+89 9'LT 8.5-10.0' | A-7-5(23) 73 35 20.4 17.9 13.4 48.3 0 99 87 64 314 N/D N/D N/D N/D N/D N/D

N/D - NOT DETERMINED

Certified Lab Technician Signature

114-01-1203
Certification Number
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SHEET 13 OF 14

UNCONFINED COMPRESSION
(ASTM D7012 Method C)

Project: 34243.1.2 (1-4729A) TERRACON Project No.: 70175072
Description: BRIDGE OVER 1-26 (-EL-) ON RAMP (-RP_F-) BETWEEN US-74 AND 1-26

Tested By: SFS (Geotechnics)
County: POLK COUNTY, NORTH CAROLINA Reviewed By: GEM (Geotechnic)
F. A.ID No.: N/A Report Date: JUNE 27, 2017

. Depth Dimensions, in. o . Area Unit Weight Loading Rate Maximum Load Strength Moisture R
Boring No. Sample Id (ft) Length Diameter Specific Gravity (in?) (Ibs/fc) (Ib/sec) (Ibs) (psi) (%) Rock Type (GSI*)
B1-B RS-1 33.7-344 4.12 1.99 2.77 3.11 172.0 139 22,035 7,100 0.10 Biotite Gneiss (75-85)
B1-B RS-2 42.4-43.2 4.70 1.98 2.82 3.09 174.0 150 28,315 9,170 0.07
NOTES: *GEOLOGIC STRENGTH INDEX

Effective (as received) unit weight

Loading rates were selected to target reaching failure between 2 and 15 minutes.

ASTM D4543-08 Standard Practice for Preparing Rock Core as Cylindrical Test Specimens and Verifying Conformance to Dimensional and Shape Tolerance Section 1.2 - "Rock is a complex engineering material that can vary greatly as a function of lithology, stress history, weathering, moisture content and chemistry, and other natural geologic processes. As such, it is not always
possible to obtain or prepare rock core specimens that satisfy the desirable tolerances given in this practice. Most commonly, this situation presents itself with weaker, more porous, and poorly cemented rock types and rock types containing significant or weak (or both) structural features. For these and other rock types which are difficult to prepare, all reasonable efforts shall be made to

prepare a specimen in accordance with this practice and for the intended test procedure. However, when it has been determined by trial that this is not possible, prepare the rock specimen to the closest tolerances practicable and consider this to be the best effort and report it as such and if allowable or necessary for the intended test, capping the ends of the specimen as discussed in this
practice is permitted.”

B1-B (33.7 - 34.4)
RS-1 Comments: RS-2

Comments:

2401 Brentwood Road
Raleigh, NC 27604

Terracon

Rock Core Test Results Workbook

Page 1 of 1



DocusSign Envelope ID: CIAAE87D-7C37-40B2-B732-E5A451A2739A

34243.1.2 (1-4729A)
SITEPHOTOGRAPHS

REALIGNMENT OF 1-26 AND US 74 INTERCHANGE NORTH OF NC 108 - BRIDGE OVER 1-26 (-EL-) ON RAMP (-RP_F-) BETWEEN US-74 AND 1-26

SHEET 14 OF 14

PHOTOGRAPH NO. 1: NORTH APPROACH TO END BENT NO. 1 ON
-RP_F- ALIGNMENT, LOOKING SOUTH

PHOTOGRAPH NO. 3: ON I-26 (EBL) -EL-ALIGNMENT OUTSIDE SHOULDER,
WEST OF -RP_F- ALIGNMENT, LOOKING EAST

PHOTOGRAPH NO. 2: ON I-26 (WBL) -EL- ALIGNMENT OUTSIDE SHOULDER,
EAST OF -RP_F- ALIGNMENT, LOOKING WEST

PHOTOGRAPH NO. 4: SOUTH APPROACH TO END BENT NO.2 ON
-RP_F- ALIGNMENT, LOOKING NORTH
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STATE STATE PROJECT REFERENCE NO. SHEETS

STATE OF NORTH CAROLINA NC| 1-4729A 1|7

DEPARTMENT OF TRANSPORTATION
DIVISION OF HIGHWAYS
CONTENTS GEOTECHNICAL ENGINEERING UNIT CAUTION NOTICE

THE SUBSURFACE INFORMATION AND THE SUBSURFACE INVESTIGATION ON WHICH IT IS BASED WERE
w w MADE FOR THE PURPOSE OF STUDY, PLANNING AND DESIGN, AND NOT FOR CONSTRUCTION OR PAY

1 TITLE SHEET PURPOSES. THE VARIOUS FIELD BORING LOGS, ROCK CORES AND SOIL TEST DATA AVAILABLE MAY
l l ’ l l ’ E BE REVIEWED OR INSPECTED IN RALEIGH BY CONTACTING THE N.C.DEPARTMENT OF TRANSPORTATION,
2 LEGEND R R GEOTECHNICAL ENGINEERING UNIT AT (919) 707-6850. THE SUBSURFACE PLANS AND REPORTS, FIELD
3 SITE PLAN BORING LOGS, ROCK CORES AND SOIL TEST DATA ARE NOT PART OF THE CONTRACT.
4 PROFILE GENERAL SOIL AND ROCK STRATA DESCRIPTIONS AND INDICATED BOUNDARIES ARE BASED ON A
5.6 BORE LOGS GEOTECHNICAL INTERPRETATION OF ALL AVAILABLE SUBSURFACE DATA AND MAY NOT NECESSARILY
~ REFLECT THE ACTUAL SUBSURFACE CONDITIONS BETWEEN BORINGS OR BETWEEN SAMPLED STRATA

7 LABORATORY SAMPLE RESULTS WITHIN THE BOREHOLE. THE LABORATORY SAMPLE DATA AND THE IN SITU (N-PLACE) TEST DATA
CAN BE RELIED ON ONLY TO THE DEGREE OF RELIABILITY INHERENT IN THE STANDARD TEST METHOD.

THE OBSERVED WATER LEVELS OR SOIL MOISTURE CONDITIONS INDICATED IN THE SUBSURFACE
COUNTY PO L K INVESTIGATIONS ARE AS RECORDED AT THE TIME OF THE INVESTIGATION. THESE WATER LEVELS OR

SOIL MOISTURE CONDITIONS MAY VARY CONSIDERABLY WITH TIME ACCORDING TO CLIMATIC CONDITIONS
‘ [ INCLUDING TEMPERATURES, PRECIPITATION AND WIND, AS WELL AS OTHER NON-CLIMATIC FACTORS.
PROJECT DESCRIPTION REALIGN ENT OF 1_26 AND THE BIDDER OR CONTRACTOR IS CAUTIONED THAT DETAILS SHOWN ON THE SUBSURFACE PLANS ARE
PRELIMINARY ONLY AND IN MANY CASES THE FINAL DESIGN DETAILS ARE DIFFERENT. FOR BIDDING
US 74 INTERCHANGE NORTH OF NC 108 ANDLCONSTRUCTIION PURPOSES, REFER TO THE CO%IISTRUCTION PLkNS AND DOCUMENTS FOR FINAL
DESIGN INFORMATION ON THIS PROJECT. THE DEPARTMENT DOES NOT WARRANT OR GUARANTEE THE
SUFFICIENCY OR ACCURACY OF THE INVESTIGATION MADE,NOR THE INTERPRETATIONS MADE, OR
IN COL UMB US) NORTH CAROLINA OgINION OF THE DEP':RTMENT AS TO THE TYPE OF MATERIALS AND CONDITIONS TO BE ENCOUNTERED.
THE BIDDER OR CONTRACTOR IS CAUTIONED TO MAKE SUCH INDEPENDENT SUBSURFACE INVESTIGATIONS
SITE DESCRIPTION _CULVERT AT STA.20+89 -RP E- PROJECT. THE CONTRACTOR SHALL WAVE NO CLAN FOR ADDITIONAL COMPENSATION OF FOR AN
EXTENSION OF TIME FOR ANY REASON RESULTING FROM THE ACTUAL CONDITIONS ENCOUNTERED AT

AND STA. 16 + 47 —RP F— THE SITE DIFFERING FROM THOSE INDICATED IN THE SUBSURFACE INFORMATION.

NOTES:

I THE INFORMATION CONTAINED HEREIN IS NOT IMPLIED OR GUARANTEED BY THE N.C. DEPARTMENT
OF TRANSPORTATION AS ACCURATE NOR IS IT CONSIDERED PART OF THE PLANS, SPECIFICATIONS
OR CONTRACT FOR THE PROJECT.

2. BY HAVING REQUESTED THIS INFORMATION, THE CONTRACTOR SPECIFICALLY WAIVES ANY CLAIMS
FOR INCREASED COMPENSATION OR EXTENSION OF TIME BASED ON DIFFERENCES BETWEEN THE
CONDITIONS INDICATED HEREIN AND THE ACTUAL CONDITIONS AT THE PROJECT SITE.

I-47294AA

REFERENCE

PERSONNEL
RIGGS, Jr., A. F.

WERITZ, M. A.

EKLUND, M. A.

McMILLIAN, M. F.

INVESTIGATED By TERRACON CONSULTANTS

DRAWN BY FIELDS, W. D.

CHECKED BY RIGGS, ]r., A.F.

SUBMITTED By TERRACON CONSULTANTS

DATE AUGUST 2017
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PROJECT REFERENCE NO. SHEET NO.
SOIL AND ROCK LEGEND, TERMS, SYMBOLS, AND ABBREVIATIONS
SOIL DESCRIPTION GRADATION ROCK DESCRIPTION TERMS AND DEFINITIONS
SOIL IS CONSIDERED UNCONSOLIDATED, SEMI-CONSOLIDATED, OR WEATHERED EARTH MATERIALS THAT CAN WELL GRADED - INDICATES A GOOD REPRESENTATION OF PARTICLE SIZES FROM FINE TO COARSE. HARD ROCK IS NON-COASTAL PLAIN MATERIAL THAT WOULD YIELD SPT REFUSAL IF TESTED. AN INFERRED ALLUVIUM (ALLUV.) - SOILS THAT HAVE BEEN TRANSPORTED BY WATER.
BE PENETRATED WITH A CONTINUOUS FLIGHT POWER AUGER AND YIELD LESS THAN 10@ BLOWS PER FOOT UNIFORMLY GRADED - [NDICATES THAT SOIL PARTICLES ARE ALL APPROXIMATELY THE SAME SIZE. ROCK LINE INDICATES THE LEVEL AT WHICH NON-COASTAL PLAIN MATERIAL WOULD YIELD SPT REFUSAL. —_—
ACCORDING TO THE STANDARD PENETRATION TEST (AASHTO T 2@6, ASTM D1586). SOIL CLASSIFICATION GAP-GRADED - INDICATES A MIXTURE OF UNIFORM PARTICLE SIZES OF TWO OR MORE SIZES. SPT REFUSAL IS PENETRATION BY A SPLIT SPOON SAMPLER EQUAL TO OR LESS THAN @.1 FOOT PER 60 AQUIFER - A WATER BEARING FORMATION OR STRATA.
IS BASED ON THE AASHTO SYSTEM. BASIC DESCRIPTIONS GENERALLY INCLUDE THE FOLLOWING: — BLOWS IN NON-COASTAL PLAIN MATERIAL, THE TRANSITION BETWEEN SOIL AND ROCK IS OFTEN ARENACEQUS - APPLIED TO ROCKS THAT HAVE BEEN DERIVED FROM SAND OR THAT CONTAIN SAND.
CONSISTENCY, COLOR, TEXTURE, MOISTURE, AASHTO CLASSIFICATION, AND OTHER PERTINENT FACTORS SUCH ANGULARITY OF GRAINS REPRESENTED BY A ZONE OF WEATHERED ROCK. SRS
AS MINERALOGICAL COMPOSITION, ANGULARITY, STRUCTURE, PLASTICITY, ETC. FOR EXAMPLE, T ANGULARITY OF FOUNDNESS OF SOIL GRAINS 1S DESIGNATED Bv THE TErve: ROCK MATERIALS AREN_TYPICALLY DIVIDED AS FOLLOWS: ARGILLACEQUS - APPLIED TO ALL ROCKS OR SUBSTANCES COMPOSED OF CLAY MINERALS, OR HAVING
VERY STIFF.GRAY.SILTY CLAY.MOIST WITH INTERBEDDED FINE SAND LAYERS,HIGHLY PLASTIC.A~7-6 ANGUL o, SUBANGUL o, SUBROUNDED, O ROUNDED. WEATHERED W NON-COASTAL PLAIN MATERIAL THAT WOULD YIELD SPT N VALUES > A NOTABLE PROPORTION OF CLAY IN THEIR COMPOSITION, SUCH AS SHALE, SLATE, ETC.
SOIL LEGEND AND AASHTO CLASSIFICATION ——— . —— ROCK (WR) 190 BLOWS PER FOOT IF TESTED. ARTESIAN - GROUND WATER THAT IS UNDER SUFFICIENT PRESSURE TO RISE ABOVE THE LEVEL AT
GENERAL GRANULAR MATERIALS SILT-CLAY MATERIALS MINERAL OGICAL COMPOSITION FINE 70 COARSE GRAIN TONEGUS AND METAVORPHIC ROCK THAT WHICH IT IS ENCOUNTERED, BUT WHICH DOES NOT NECESSARILY RISE TO OR ABOVE THE GROUND
CLASS. (< 35% PASSING *2001 (> 35 PASSING *2001 ORGANIC MATERIALS MINERAL NAMES SUCH AS OUARTZ, FELDSPAR, MICA, TALC, KAOLIN, ETC. o YSTaLLINE WOULD YIELD SPT REFUSAL IF TESTED. ROCK TYPE INCLUDES GRANITE, | SURFACE.
GROP Al |3 a2 a4 | a5 [ a6 | a7 ARE USED IN DESCRIPTIONS WHEN THEY ARE CONSIDERED OF SIGNIFICANCE. ONEISS, GABBRO, SCHIST, ETC. CALCAREQUS (CALC.) - SOILS THAT CONTAIN APPRECIABLE AMOUNTS OF CALCIUM CARBONATE.
i NON-CRYSTALLINE FINE TO COARSE GRAIN METAMORPHIC AND NON-COASTAL PLAIN
CLASS.  [A-l-a [ A-lb 53 COMPRESSIBILITY il SEDIMENTARY ROCK THAT WOULD YEILD SPT REFUSAL IF TESTED. COLLUVIUM - ROCK FRAGMENTS MIXED WITH SOIL DEPOSITED BY GRAVITY ON SLOPE OR AT BOTTOM
SwBIL  Bogodboeog iiiidain SLIGHTLY COMPRESSIBLE LL <31 — ROCK TYPE INCLUDES PHYLLITE, SLATE, SANDSTONE, ETC. OF SLOPE.
i MODERATELY COMPRESSIBLE LL = 31-50 COASTAL PLAIN COASTAL PLAIN SEDIMENTS CEMENTED INTO ROCK, BUT MAY NOT YIELD
688958255 . CORE_RECOVERY (REC.I - TOTAL LENGTH OF ALL MATERIAL RECOVERED IN THE CORE BARREL DIVIDED
L PASSING HIGHLY COMPRESSIBLE LL > 50 SEDIMENTARY ROCK |1 I I SPT REFUSAL. ROCK TYPE INCLUDES LIMESTONE, SANDSTONE, CEMENTED Y SOTAL LENGTH O- CORE RUN AND EXPRESSED AS A PERCENTAGE.
"0 PERCENTAGE _OF MATERIAL O | SHELL BEDS.E'L
: 50 MX WEATHERING DIKE - A TABULAR BODY OF IGNEOUS ROCK THAT CUTS ACROSS THE STRUCTURE OF ADJACENT
0|1 |2 v i v ORGANIC MATERIAL T W OTHER MATERIAL ROCKS OR CUTS MASSIVE ROCK.
ORGANIC_MATERIAL SoILS OTHER MATERIAL FRESH ROCK FRESH, CRYSTALS BRIGHT, FEW JOINTS MAY SHOW SLIGHT STAINING. ROCK RINGS UNDER
pm— TRACE OF ORGANIC MATTER 2 - 3% 3 - 5% TRACE 1- 107 HAMMER [F CRYSTALLINE. O o CNGLE AT WHICH & STRATUM OR ANY PLANAR FEATURE IS INCLINED FROM THE
PASSING *40 LITTLE ORGANIC MATTER 3-5% 5 - 12 LITTLE 10 - 207 .
_ _ SOILS WITH MODERATELY ORGANIC 5 - 10% 12 - 20% SOME 20 - 357 VERY SLIGHT ROCK GENERALLY FRESH, JOINTS STAINED, SOME JOINTS MAY SHOW THIN CLAY COATINGS IF OPEN. | o opecrion (DIP AZIMUTHI - THE DIRECTION OR BEARING OF THE HORIZONTAL TRACE OF THE
LL 40 MX| 41MN |40 MX| 41 MN| 40 MX | 41 MN 40 MX| 41 MN v SLL) CRYSTALS ON A BROKEN SPECIMEN FACE SHINE BRIGHTLY. ROCK RINGS UNDER HAMMER BLOWS IF SR SSL e T
LITTLE OR " " g
[J] 6 MX NP |10 Mx |10 Mx| 10 MN [ 1IMN [ 10 Mx [10 Mx| i mn | i Mn WODERATE HIGHLY HIGHLY ORGANIC > 107 > 20% HIGHLY 35% AND ABOVE OF A CRYSTALLINE NATURE LINE OF DIP, MEASURED CLOCKWISE FROM NORTH.
CROUP INDEX ) ) ) M | 8 MX |12 MX| 16 MX|ND MX AMOUNTS OF ORGANIC GROUND WATER SLIGHT ROCK GENERALLY FRESH, JOINTS STAINED AND DISCOLORATION EXTENDS INTO ROCK WP TO FAULT - A FRACTURE OR FRACTURE ZONE ALONG WHICH THERE HAS BEEN DISPLACEMENT OF THE
SOILS SIDES RELATIVE TO ONE ANOTHER PARALLEL TO THE FRACTURE.
USUAL TYPES |STONE FRAG, ORGANIC WATER LEVEL IN BORE HOLE IMMEDIATELY AFTER ORILLING (SLLI 1 INCH. OPEN JOINTS MAY CONTAIN CLAY. IN GRANITOID ROCKS SOME OCCASIONAL FELDSPAR
O MAJOR | GRAvEL o | FINE | SILTY OR CLAYEY SILTY CLAYEY MATTER AV CRYSTALS ARE DULL AND DISCOLORED. CRYSTALLINE ROCKS RING UNDER HAMMER BLOWS. FISSILE - A PROPERTY OF SPLITTING ALONG CLOSELY SPACED PARALLEL PLANES.
MATERIALS | sanp | SPND | CRAVEL AND SaND Sos SoiLs vy _ STATIC WATER LEVEL AFTER 24 HOURS MODERATE  SIGNIFICANT PORTIONS OF ROCK SHOW DISCOLORATION AND WEATHERING EFFECTS. IN FLOAT - ROCK FRAGMENTS ON SURFACE NEAR THEIR ORIGINAL POSITION AND DISLODGED FROM
P P ZPu PERCHED WATER, SATURATED ZONE.,OR WATER BEARING STRATA MoD.) GRANITOID ROCKS, MOST FELDSPARS ARE DULL AND DISCOLORED, SOME SHOW CLAY. ROCK HAS PARENT MATERIAL.
25 SUBCRADE EXCELLENT T0 GOOD FAIR T0 POOR o008 POOR | UNSUITABLE e on see B?IT.: Fs:égs :gcn'fn HAMMER BLOWS AND SHOWS SIGNIFICANT LOSS OF STRENGTH AS COMPARED FLO0D PLAIN (FP) - LAND BORDERING A STREAM. BUILT OF SEDIMENTS DEPOSITED BY THE STREAM.
PIOF A-7-5 SUBGROP IS = LL - 30 +PL OF A-7-6 SUBGROP IS > LL - 30 MODERATELY ~ALL ROCK EXCEPT QUARTZ DISCOLORED OR STAINED, IN GRANITOID ROCKS, ALL FELDSPARS DULL —ilo:mm" {FM:) - A MAPPABLE GEOLOGIC UNIT THAT CAN BE RECOGNIZED AND TRACED IN THE
CONSISTENCY OR DENSENESS MISCELLANEOUS SYMBOLS SEVERE AND DISCOLORED AND A MAJORITY SHOW KAOLINIZATION. ROCK SHOWS SEVERE LOSS OF STRENGTH
RANGE OF STANDARD RANGE OF UNCONFINED (MOD. SEV.)  AND CAN BE EXCAVATED WITH A GEOLOGIST'S PICK. ROCK GIVES "CLUNK® SOUND WHEN STRUCK. JOINT - FRACTURE IN ROCK ALONG WHICH NO APPRECIABLE MOVEMENT HAS OCCURRED.
PRIMARY SOIL TYPE COMPACTNESS OR PENETRATION RESISTENCE | COMPRESSIVE STRENGTH ROADWAY EMBANKMENT (RE) 23/9%  pIp & DIP DIRECTION IF_TESTED, WOULD YIELD SPT REFUSAL
CONSISTENCY T LEDGE - A SHELF-LIKE RIDGE OR PROJECTION OF ROCK WHOSE THICKNESS IS SMALL COMPARED TO
IN-VALUE) (TONS/FT=) WITH SOIL DESCRIPTION OF ROCK STRUCTURES SEVERE ALL ROCK EXCEPT OUARTZ DISCOLORED OR STAINED. ROCK FABRIC CLEAR AND EVIDENT BUT ITS LATERAL EXTENT.
VERY LOOSE <4 ser SLOPE INDICATOR (SEV.) REDUCED IN STRENGTH TO STRONG SOIL. IN GRANITOID ROCKS ALL FELDSPARS ARE KAOLINIZED )
GENERALLY Lo PR SOIL SYMBOL Qm oo TEST BORING O SLoee Inoica T OO EXTENT. SOME. PRAGHONSS OF STRONG. ROGK USUALLY. REMaIL LENS - A BODY OF SOIL OR ROCK THAT THINS OUT IN ONE OR MORE DIRECTIONS.
GRANULAR MEDIUM DENSE 12 T0 30 N/A ARTIFICIAL FILL @F) OTHER CONE PENETROMETER IF TESTED, WOULD YIELD SPT N VALUES > 180 BPF MOTTLED (MOT.) - IRREGULARLY MARKED WITH SPOTS OF DIFFERENT COLORS. MOTTLING IN SOILS
MATERIAL
(NON-COMESIVE) DENSE 30 T0 50 THAN ROADWAY EMBANKMENT @ AUGER BORING @ TEST VERY ALL ROCK EXCEPT QUARTZ DISCOLORED OR STAINED. ROCK FABRIC ELEMENTS ARE DISCERNIBLE USUALLY'INDICATES POOR AERATION AND LACK OF GOOD DRAINAGE.
VERY DENSE > 50 SEVERE BUT MASS IS EFFECTIVELY REDUCED TO SOIL STATUS, WITH ONLY FRAGMENTS OF STRONG ROCK PERCHED WATER - WATER MAINTAINED ABOVE THE NORMAL GROUND WATER LEVEL BY THE PRESENCE
VERY SOFT <2 < 0.25 = m— [NFERRED SOIL BOUNDARY CORE BORING Y SOUNDING ROD (V SEV.) REMAINING. SAPROLITE IS AN EXAMPLE OF ROCK WEATHERED TO A DEGREE THAT ONLY MINOR OF AN [NTERVENING [MPERVIOUS STRATUM.
GENERALLY SOFT 2704 2.25 70 0.5 " TEST BORING VESTIGES OF ORIGINAL ROCK FABRIC REMAIN. [F TESTED, WOULD YIELD SPT N VALUES < 199 BPF RESIDUAL (RES. SOIL - SOIL FORMED IN PLACE BY THE WEATHERING OF ROCK.
'542‘12:[';?_" MED'?;‘[F";”FF ; TTOO 135 “'? TTOO 2!'“ T777=/7=  INFERRED ROCK LINE O MONITORING WELL EP WITH CORE COMPLETE ggg';T’;gg;cggéghﬁgg}-lﬁ;“o’:":g’:'zc ':‘AOYT ggf&ggg‘f; g“0?225’;';'%;3&;5'"52’::&'TAENDIS ROCK QUALITY DESIGNATION (ROD) - A MEASURE OF ROCK OUALITY DESCRIBED BY TOTAL LENGTH OF
PIEZOMETER . . ROCK SEGMENTS EQUAL TO OR GREATER THAN 4 INCHES DIVIDED BY THE TOTAL LENGTH OF CORE
(COHESIVE) VER’:AFS‘;IFF 15 >Tga30 2 :04 4 **rpe® ALLUVIAL SOIL BOUNDARY JAN INSTALLATION (O~ SPT N-VALUE ALSD AN EXAMPLE. RUN AND EXPRESSED AS A PERCENTAGE.
ROCK HARDNESS SAPROLITE (SAP.) - RESIDUAL SOIL THAT RETAINS THE RELIC STRUCTURE OR FABRIC OF THE PARENT
TEXTURE OR GRAIN SIZE RECOMMENDATION SYMBOLS ROCK
VERY HARD ~ CANNOT BE SCRATCHED BY KNIFE OR SHARP PICK. BREAKING OF HAND SPECIMENS REQUIRES .
U.S. STD. SIEVE SIZE 4 10 40 60 200 270 @ UNDERCUT UNCLASSIFIED EXCAVATION - o UNCLASSIFIED EXCAVATION - SEVERAL HARD BLOWS OF THE GEOLOGIST'S PICK. SILL - AN INTRUSIVE BODY OF IGNEOUS ROCK OF APPROXIMATELY UNIFORM THICKNESS AND
OPENING (MM) 476 2000 0.42 025 0.075 0.053 <l UNSUITABLE WASTE k4 ACCEPTABLE,BUT NOT TO BE RELATIVELY THIN COMPARED WITH ITS LATERAL EXTENT, THAT HAS BEEN EMPLACED PARALLEL TO
. - - - - - . USED IN THE TOP 3 FEET OF | HARD CAN BE SCRATCHED BY KNIFE OR PICK ONLY WITH DIFFICULTY. HARD HAMMER BLOWS REQUIRED .
COARSE FINE SHALLOW R UNCLASSIFIED EXCAVATION EMBANKMENT OR BACKFILL 10 DETACH HAND SPECIMEN THE BEDDING OR SCHISTOSITY OF THE INTRUDED ROCKS.
BOULDER COBBLE GRAVEL SILT cLay UNDERCUT D\J ACCEPTABLE DEGRADABLE ROCK .
BLOR) Cona R SAND SAND e i MODERATELY CAN BE SCRATCHED BY KNIFE OR PICK. GOUGES OR GROOVES TO 0.25 INCHES DEEP CAN BE SLICKENSIDE - POLISHED AND STRIATED SURFACE THAT RESULTS FROM FRICTION ALONG A FAULT
(CSE. 5D.) (F_SD.) ABBRE VIATIONS HARD EXCAVATED BY HARD BLOW OF A GEOLOGIST'S PICK. HAND SPECIMENS CAN BE DETACHED OR SLIP PLANE.
GRAIN MM 385 75 2.0 2.25 0.05 0.005 AR - AUGER REFUSAL MED. - MEDIUM VST - VANE SHEAR TEST BY MODERATE BLOWS. STANDARD PENETRATION TEST (PENETRATION RESISTANCE) (SPT) - NUMBER OF BLOWS (N OR BPF) OF
SIZE N, 12 3 BT - BORING TERMINATED MICA. - MICACEOUS WEA. - WEATHERED MEDIUM CAN BE GROOVED OR GOUGED 0.05 INCHES DEEP BY FIRM PRESSURE OF KNIFE OR PICK POINT. A 140 LB.HAMMER FALLING 3@ INCHES REQUIRED TO PRODUCE A PENETRATION OF 1 FOOT INTO SOIL
CL. - CLAY MOD. - MODERATELY 7Y/ = UNIT WEIGHT HARD CAN BE EXCAVATED IN SMALL CHIPS TO PEICES I INCH MAXIMUM SIZE BY HARD BLOWS OF THE WITH A 2 INCH OUTSIDE DIAMETER SPLIT SPOON SAMPLER. SPT REFUSAL IS PENETRATION EQUAL
SOIL _MOISTURE - CORRELATION OF TERMS CPT - CONE PENETRATION TEST NP - NON PLASTIC - DRY UNIT WEIGHT POINT OF A GEOLOGIST'S PICK. TO OR LESS THAN 0.1 FOOT PER 60 BLOWS.
d
SOIL MOISTURE SCALE FIELD MOISTURE CSE. - COARSE ORG. - ORGANIC SOFT CAN BE GROVED OR GOUGED READILY BY KNIFE OR PICK. CAN BE EXCAVATED IN FRAGMENTS STRATA CORE RECOVERY (SREC.) - TOTAL LENGTH OF STRATA MATERIAL RECOVERED DIVIDED BY
(ATTERBERG LIMITS) DESCRIPTION GUIDE FOR FIELD MOISTURE DESCRIPTION | pyr . oy aToMETER TEST PMT - PRESSUREMETER TEST SAMPLE ABBREVIATIONS FROM CHIPS TO SEVERAL INCHES IN SIZE BY MODERATE BLOWS OF A PICK POINT. SMALL, THIN TOTAL LENGTH OF STRATUM AND EXPRESSED AS A PERCENTAGE.
OPT - DYNAMIC PENETRATION TEST  SaP. - SAPROLITIC S - BULK PIECES CAN BE BROKEN BY FINGER PRESSURE. STRATA ROCK QUALITY DESIGNATION (SROD) - A MEASURE OF ROCK OUALITY DESCRIBED BY TOTAL
- SATURATED - USUALLY LIOUID; VERY WET, USUALLY e - VOID RATIO SD. - SAND, SANDY SS - SPLIT SPOON ERY CAN BE CARVED WITH KNIFE. CAN BE EXCAVATED READILY WITH POINT OF PICK. PIECES 1 INCH LENGTH OF ROCK SEGMENTS WITHIN A STRATUM EQUAL TO OR GREATER THAN 4 INCHES DIVIDED BY
(st FROM BELOW THE GROUND WATER TABLE | F - FINE SL.- SILT, SILTY ST - SHELBY TUBE : VED W - v LY W . THE TOTAL LENGTH OF STRATA AND EXPRESSED AS A PERCENTAGE.
w1 Liouo Lt F0SS. - FOSSILIFEROUS o sLiomLY nS - Pock SOFT OR MORE IN THICKNESS CAN BE BROKEN BY FINGER PRESSURE. CAN BE SCRATCHED READILY BY
PLASTIC g . FINGERNAIL. TOPSOIL (TS.) - SURFACE SOILS USUALLY CONTAINING ORGANIC MATTER.
SEMISOLIDs REQUIRES DRYING TO FRAC. - FRACTURED, FRACTURES TCR - TRICONE REFUSAL RT - RECOMPACTED TRIAXIAL
RANGE - WET - W) ATTAIN OPTIMUM MOISTURE FRAGS. - FRAGMENTS @ - MOISTURE CONTENT CBR - CALIFORNIA BEARING FRACTURE SPACING BEDDING BENCH MARK: CONB-44; N: 561,465.5, E: 1,042,862.8
PO L | pastic LiMiT HI. - HIGHLY v - VERY RATIO TERM SPACING TERM THICKNESS STA. 10+89.35
EOUIPMENT USED ON SUBJECT PROJECT VERY WIDE MORE THAN 10 FEET VERY THICKLY BEDDED 4 FEET N
oM OPTIMUM MOISTURE - MOIST - M) SOLID; AT OR NEAR OPTIMUM MOISTURE WIDE 3 TO 1@ FEET THICKLY BEDDED 1.5 - 4 FEET ELEVATION: 1033.73 FEET
T DRILL UNITS: ADVANCING TOOLS: HAMMER TYPE: MODERATELY CLOSE 170 3 FEET THINLY BEDDED .16 - 1.5 FEET
SL | SHRINKAGE LIMIT 0 : NOTES:
[] cMe-asc [] cuav ats automatic [ MaNuAL CLOSE 0.6 TO 1 FOOT VERY THINLY BEDDED 2.03 - 0.16 FEET NOTES:
B B REQUIRES ADDITIONAL WATER TO VERY CLOSE LESS THAN @.16 FEET THICKLY LAMINATED 2.008 - 0.03 FEET FIAD - FILLED IMMEDIATELY AFTER DRILLING
DRY - ATTAIN OPTIMUM MOISTURE [ cess [] & contnuous FLIGHT AuceR CORE 126+ THINLY LAMINATED < 2.008 FEET
PLASTICITY [] s HoLLow sucers [Je [ TNDURATION
LASTICITY INDEX (P11 DRY STRENGTH [] cMe-ss0 [[] wero Facen FinceR BITS (v FOR SEDIMENTARY ROCKS, INDURATION IS THE HARDENING OF MATERIAL BY CEMENTING, HEAT, PRESSURE, ETC.
NON PLASTIC 2-5 VERY LOW [] TuNG.-cARBIDE INSERTS FRIABLE RUBBING WITH FINGER FREES NUMEROUS GRAINS:
SLIGHTLY PLASTIC 6-15 SLIGHT [J vene suean TEST cosivs [ w covencen HAND TOOLS: GENTLE BLOW BY HAMMER DISINTEGRATES SAMPLE.
MODE"AT:L: TPLAST": "5;2: " MEDIUM [] ost HoLe oicoer MODERATELY INDURATED GRAINS CAN BE SEPARATED FROM SAMPLE WITH STEEL PROBE;
HIGHLY PLASTIC 26 OR MORE HIGH [] portasLe HoisT [] wicone STEEL TEETH | [T ) aucen BREAKS EASILY WHEN HIT WITH HAMMER,
COLOR [X] TRICONE _ 2% * TUNG.-CARB, GRAINS ARE DIFFICULT TO SEPARATE WITH STEEL PROBE:
[X] o-s0 (rER34E) ] E— (] sounome a0 INDURATED DIFFICULT TO BREAK WITH HAMMER.
DESCRIPTIONS MAY INCLUDE COLOR OR COLOR COMBINATIONS (TAN, RED, YELLOW-BROWN, BLUE-GRAY). [ core a7 [] vane seear TeST HARP HAMMER BLOWS REOUIRED 10 BREAK SAMPLE
MODIFIERS SUCH AS LIGHT, DARK, STREAKED, ETC. ARE USED TO DESCRIBE APPEARANCE. :
O ORAG BIT ] EXTREMELY INDURATED SAMPLE BREAKS ACROSS GRAINS. DATE: 8-15-14
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